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SUMMAR7 OF RESEARCH PROGRAM
Degradation of thermal control coatings under combined conditions
of ultraviolet radiation and vacuum is initiated by the photoproduced
holes and electrons, either of which can undergo chemical reaction. Such
chemical reactions change the structure of the coating, leading eventu-
ally to coloration. The approach we have used to prevent optical degrada-
tion is to find surface additives that act as recombination centers, al-
ternately capturing the holes and electrons and thus removing the photo-
produced carriers with no net chemical change. The approach has been
very encouraging in the research phase. For example, single crystal mea-
surements show improvement up to a factor of 10 6 in rate of conductivity
degradation, and powder measurements show photodamage protection from 10 -2
monolayers of additive.
A summary of the overall program is presented in this portion of
the report. The details of the research program are presented in later
sections in the format of technical articles which, for the most part,
have been published or will soon be submitted for publication.
1. Electron and Hole Capture Cross Section
The fundamental portion of the investigation was the development
of background knowledge for prediction of those chemical species which
in the reduced form should capture holes and in the oxidized form should
capture electrons. These studies have been brought to a satisfactory
completion by use of the aqueous electrochemical technique. With the ZnO
as an electrode, the cathodic current is directly proportional to the
electron capture cross section of surface species. Various species were
tested in the form of ions in the electrolyte. It was found that there
was a maximum in electron capture cross section for species with a sur-
face state energy just below the bottom of the conduction band. The cap-
ture of holes by reducing agents (again introduced as ions in solution)
was tested by a phenomenon we have termed "current doubling", observed
in the following manner. With an indifferent electrolyte, the anodic
current is solely due to photoproduced holes which reach the surface.
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However, with many two-equivalent species, the anodic current almost
doubles because the unstable intermediate injects electrons into the
conduction band. That is, captured holes will oxidize the iin in a one-
equivalent process, but with a two-equivalent ion a highly unstable in-
termediate is formed. It decomposes spontaneously, injecting an electron
to provide the second equivalent of oxidation. Thus for each hole reach-
ing the surface, an electron is injected, and the current doubles. The
phenomenon of current doubling can be used not only to determine when a
species is oxidized in a two-equivalent process, but also to compare the
hole capture cross section of one-equivalent and two-equivalent reducing
agents. The method of comparison consisted of a titration in which the
hole capture cross section of a series of one-equivalent reducing agents
was compared, and it was concluded that for maximum hole capture cross
section, the energy level of the surface state should be near the bottom
of the conduction band.
Consideration of the phenomenon of current doubling leads to the
conclusion that one-equivalent species are required for electron-hole re-
combination centers, because a two-equivalent species cannot have a high
electron capture cross section and will almost always lead to an irre-
versible chemical change. Furthermore, a candidate for a recombination
center should have an energy level a few tenths of an electron volt be-
low the conduction band edge.
In our studies of ZnO, several additive species potentially suit-
able as recombination centers were identified (all one-equivalent species
with redox potentials, and hence surface energy levels, in a certain
range). However, of the species actually tested, the redox couple ferro/
ferricyanide stood out as having optimum properties with respect to sta-
bility, ease of handling, and high capture cross sections.
The detailed report on electron capture cross section appears in
Section A, and that on hole capture cross section in Section B.
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Tests of the effectiveness of the additive couple ferro/ferri-
cyanide have been made on Zn0 using two accelerated test procedures.
In one test procedure vacuum photolysis of Zn0 is monitored by
measurement of the increase in dark conductance of Zn0 crystals. This
measurement permitted quantitative analysis of the action of the addi-
tive, and it was found that the rate of photolysis was decreased by as
much as 5 orders of magnitude with a monolayer of a 1:1 mixture of ferro/
ferricyanide additive on the surface. The results indicated that the
initial behavior is complicated by the presence of adsorbed oxygen.
This oxygen is apparently photodesorbed during the first hours of illumina-
ti-3n in vacuum, and afterwards quantitative interpre •cation of the photo-
effects due to the additive becomes possible. The analysis at this stage
indicates that the iron cyanide behaves as a simple recombination center,
as desired. From both experimental observations and theory it is clear
that a mixture of both oxidation states must be present, and that the de-
gradation rate varies inversely as the square of the total additive con-
centration.
According to the second test procedure, vacuum photolysis is
monitored by electron spin resonance (ESR) of a signal at g = 1.96 as-
sociated indirectly with donors in ZnO. The ESR technique was chosen be-
cause it is applicable to powdered ZnO. It was shown for the test condi-
tions that if the ferro/ferricyanide concentration exceeded about 10 -2
monolayers, no change in the ESR spectra occurred upon uv illumination
in vacuum. An attempt was made to determine the optimum ferrc/ferri.-
cyanide ratio, but there is enough uncertainty in the data that further
studies seem to be warranted. The results of the ESR study on powders
is at least in qualitative agreement with those on single crystals. Pre-
liminary measurements using an electron beam for irradiation indicate
that iron cyanide may protect Zn0 against particulate as well as uv
damage. The ESR study also provided some detailed information about the
probable nature of the photodamage centers. For example, uv irradiation
produces two resonance centers, which exhibit behavior to oxygen suggest-
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ing they may be associated with the optical damage centers giving rise
to visible and infrared absorption. Also, from a temperature study we
tentatively conclude that some of the paramagnetic centers produced by
photodamage are in the conduction band and some may be associated with
excess zinc arising from ZnO photolysis. Finally, the ESR measurements
show that when dislocations are introduced in ZnO the characteristic
resonances show greater susceptibility to photoirradiation. Further
work is needed to determine the correlation between the ESR resonance
centers and the optical centers, and to determine whether surface addi-
tives will decrease the photodamage susceptibility of pigments with dis-
locations.
The detailed report on photodamage measured by electrical con-
ductance appears in Section C and that on photodamage measured by ESR
in Section D. The report on the ionization energy of donors in ZnO ap-
pears in Section E.
3. Studies of Materials other than ZnO
Materials other than ZnO were examined, in particular ZrO2
 and
La 203i with unsatisfactory results. With the electrochemical technique
our fundamental studies indicated that it was necessary to determine
only one parameter for each pigment, in order to suggest a redox couple
suitable as a recombination center. This one parameter is the effective
redox potential (energy level) of the conduction band edge of the semi-
conductor pigment. We attempted to measure this parameter by a study
of electron injection from strong one-equivalent reducing agents into
the conduction band. By noting the redox couple (potential) where elec-
tron injection was no longer possible, we determined the parameter of
interest. Such a measurement was entirely successful in ZnO studies.
Unfortunately, the results obtained with a series of species on Zr02
could not be interpreted; injection apparently depends on parameters we
did not have under control. Thus it was concluded that another technique
must be used to determine the effective redox potential of the conduction
band for Zr02.
Studies of Zr0 2 and La 203
 by the ESR technique were only prelimi-
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nary. The ESR spectrum was slightly sensitive to illumination of Zr02,
but the weak photoproduced resonance may as well have been due to an
impurity as to photolysis of Zr0 2 . The detailed report on studies of
pigments other than ZnO appears in Section F.
DISCUSSION AND RECOMMENDED FUTURE WORK
1. General Applicability of the Recombination Center Concept
From the research performed under this contract it is concluded
that suitable surface additives, acting as electron-hole recombination
centers, can prevent degradation of thermal control coatings by prevent-
ing irreversible chemical reactions at the surface of the pigment grains.
Present theories indicate the surface additive will be effective if it
has the following properties: (a) it must be nonvolatile and chemically
inert toward its environment and toward photolysis, (b) it must exist
in two stable oxidation states separated by one electron, (c) the energy
level occupied by this electron should be ,just below the bottom of the
conduction band of the pigment (in order that both the hole and electron
capture cross sections be high), (d) the additive must be present in
both oxidation states, and (e) it must uniformly cover the surface of
each grain of pigment material.
There is no indication that the effectiveness of the surface
additive approach should be limited to ZnO, or even to similar materials.
If both hole and electron come to the surface, as in ZnO, the additive
should act as a recombination center. If excitons are produced by the
light and come to the surface, the action should be the same. If only
one carrier reaches the surface, it should be captured in a stable
energy level, and an electrostatic potential will build up to stop
further flow of this carrier. In cases where the hole or electron tends
to react with the paint vehicle, rather than to decompose the pigment,
the recombination center approach should also be effective in protecting
the vehicle.
Although surface recombination centers are most effective for
preventing surface reactions, such centers may also be effective in re-
5
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ducing coloration from reactions arising totally in the bulk, for ex-
ample, color centers arising from movement of surface-produced electrons
or holes to deep bulk-trapping centers (such as F-centers or disloca•-
tions). If a very effective recombination center is provided at the
surface, the probability of activating bulk color centers will be re-
duced because the density of mobile carriers in the bulk will be re-
duced.
In summary, from a theoretical viewpoint the surface additive
approach appears sound, and from an experimental viewpoint, the present
research has shown that many of the theoretical expectations are met.
In fact, for ZnO it is clear that the additive tested, iron cyanide,
prevents photolysis of the Zn0 at very low surface concentrations. The
measurements are consistent with a model that should be common to many
pigments, and there is as yet no indication of restrictions.
2.
Future work to exploit this development in coating technology
will have to include many aspects.
(a) With Zn0 as the pigment, the couple ferro/ferricyanide
seems satisfactory, but other additives may be superior. If extensive
use of Zn0 is anticipated, examination of improved additives should per-
haps be considered.
(b) Additive deposition techniques should be investigated
further. Theory tells us that approximately each Debye area (about
10- 10cm 2 ) will act independently. Thus the additive must be deposited
very uniformly to ensure that the area is effectively covered. If im-
provement of phoxostability (lowering of degradation rate) by a factor
of 100 is required, then at most 1% of the Debye areas can be left in-
sufficiently unprotected. This puts a severe requirement on the tech-
nique of additive deposition if we wish to minimize the gross amount
of additive used. Further complications with the additive couple can
occur if the couple is highly soluble in some solvents, which may leach
the additive off the surface.
6
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r(c' The stability of typical additive candidates in various
chemical environments should be explored. The action of oxygen on ferro-
cyanide, for example, has been shown 'Section C) to be very different
when the ferrocyanide is deposited on the ZnO surface than when it is a
free species. Information regarding such stability is necessary both to
specify the permissible environments and pretreatments for coatings with
additives, and to aid in the determination of additives that will be
chemically inert in ordinary atmospheric conditions /oxygen, water vapor)
particularly before exposure to the vacuum photolysis of outer space.
(d) The application of the recombination center concept to pig-
ments other than ZnO should be pursued. Our attempts tc apply the elec-
trochemical technique to Zr0 2 and La 203 were unsuccessful, not because
the concept was incorrect, but because this technique to measure the con-
duction band edge was not fruitful. Two other methods are under present
study: one is an electrostatic technique developed for ARO-Durham to
measure surface energy levels (relative to the conduction band); the
other is a powder conductance measurement presently being developed on
SRI funds. From such measurements potentially suitable additives can be
suggested; the testing of such additives to determine if they actually
follow the theory would be the next step.
(e) The mechanisms of photodegradation may warrant further
examination not only to provide support for the present approach to photo
protection, but also to provide basic information for developing other
approaches. Several clues arose during the present study that may indi-
cate fruitful directions of research.
For example, the ESA of ZnO powder revealed two damage centers,
which appear to be related to the two optical damage centers, in the
visible and infrared. This correlation should be further explored in
order to better unde-stand the mechanism of the photodamage; furthermore,
the ESR technique appears to be much more sensitive than that of spectral
reflectance fer measuring photodamage. also the role of dislocations in
photodamage, as examined briefly in our ESR studies, should be investi-
gated further, and the ability of surface additives to control damage of
7
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funstable pigments containing dislocations should be determined.
(f) Although not considered L, this study, the problem of de-
veloping a compatible vehicle is related to the uniformity of the addi-
tive deposition. The additive must not only be inert with respect to
the vehicle; it should probably be negligibly soluble in the vehicle.
On the other hand, restrictions with respect to photolysis reactions be-
tween pigment and vehicle may be relaxed in the presence of the additive.
The ESR technique is well suited for examination of pigment-vehicle com-
binations.
Although this research program has been valuable in suggesting
a new concept in coating stabilization, there are still many important
phases to be examined before the concept is understood in detail and ex-
ploited for its potential advantages in coating technology. It is our
hope that the approach will prove to be of practical utility to prevent
photolysis of coatings both in vacuum and in air. Thus we feel that a
development program as described above would be well worth the invest-
ment.
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SECTION A
ELECTRON CAPTURE BY IONS AT THE ZnO/SOLUTION INTERFACE**
S. ROY MORRISON
Solid-State Catalysis Laboratory
Stanford Research Institute
333 Ravenswood Avenue, Menlo Park, California 99025
ABSTRACT
The electron reactivity (electron capture rate) of one-
equivalent oxidizing agents at the Zn0 surface is deter-
mined by cathodic electrochemical reduction. Because in
this system the Helmholtz potential is insensitive to the
oxidizing agent used, the energy level of a particular
species with respect to the ZnO conduction band is not
considered a variable. Thus the electron capture by
(reduction of) the species can be interpreted according
to surface state capture theory._ The energy levels are
estimated by analysis of the redox potential of the species.
A maximum in electron reactivity is found for energy levels
just below the conduction band minimum, the reactivity
decreasing rapidly for higher energy levels. There is some
indication that the electron reactivity decreases for very
low energy levels, in accordance with expectations if the
process is controlled by a multi-phonon electron capture
model.
*This research was supported by the Jet Propulsion Laboratory
California Institute of Technology, sponsored by National
Aeronautics and Space Administration under Contract NAS 7-100.
$Published in Surface Science 15,363-379 (1969).
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1. Introduction
In a recent publication"), the techniques and theory for cathodic
reduction of ferricyanide ions at the surface of a single-crystal ZnO
electrode have been presented. The present paper reports similar results
on seveiil other one-equivalent oxidizing agents, and attempts to
correlate the electron reactivity of these species with their energy
level in solution. The energy level is estimated from the redox potential
of the ions in solution. Beck and Gerischer 2 ) suggested the redox poten-
tial and the energy level should be related; it will be shown below ghat a
quantitative relationship exists for one-equivalent redox systems.
The theory of electron capture by energy levels in a semiconductor has
been thoroughly analyzed in the past years 3,4 ). It has been shown that
for simple phonon-aided processes, the electron capture cross section
rapidly decreases the deeper the levels are below the conduction band,
because more and more phonons are required to dissipate the energy. High
electron capture cross sections for very deep energy levels are observed
at times and interpreted 4 ) in terms of a model involving capture of elec-
trons in excited states with subsequent cascading of the electron to the
deep ground state energy.
The theory of electron capture from a metal electrode by ions in
solution, on the other hand, has been formalized quite differently. It
is clear that in this case the energy levels of the active species will
tend to move often toward the Fermi level in the solid, during the forma-
tion of the Helmholtz double layer s ).	 This will also be expected with
semiconductor electrodes if electron exchange associated with the active
redox reaction determines the Helmholtz potentials).
In fact, because of the dominance of Helmholtz potential effects, and
of the effects associated with chemical changes between filled and empty
levels (reducing and oxidizing agents) the formulation of electrochemical
theory in terms of energy levels has been inappropriate.
With the ZnO electrode, however, there is evidence") that Helmholtz
10
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double layer effects are not dominating, and for most species of interest
the Helmholtz potential is not affected by the presence or absence of
these species. It has also been shown lye) that for many common species,
electron exchange is irreversible; that although the oxidizing agent of
a redox couple can be reduced, electrons cannot be injected into the Zn0
conduction band by the reducing agents. The latter effect can be inter-
preted as an indication that the filled energy level is far below the
conduction band, and the former effect indicates why: the Zn0 is not
acting as a reversible electrode controlled by the redox couple.
If the Helmholtz potential of the Zn0 does not change as the oxidizing
agent is changed: then the energy of the conduction band edge in the Zn0
with respect to the solution potential will be invariant, independant of
the energy level of the oxidizing agent used. For example, if the energy
of the conduction band edge is at -0.3 eV with respect to some arbitrary
zero of energy, it will remain at -0.3 eV independant of the oxidizing
agent used. Then if the oxidizing agent has an energy level at -0.1 eV,
it will be above the conduction band edge by 0.2 eV, if it has an energy
level at -0.5 eV, it will be below the conduction band edge by 0.2 eV.
Because of this behavior of the Zn0 electrode, it would appear that
the electron capture cross section of ions in solution may well be con-
trolled by their energy level in a manner similar to electron capture
by energy levels in the solid. It becomes possible to analyse in these
terms the electron capture cross section of various species in solution,
a possibility not realizable on a metal electrode because the Helmholtz
double layer compensates for differences in energy level. The experi-
mental test of such a model using a series of one-equivalent oxidizing
agents is the purpose of this paper.
2. Method
To compare the capture cross section of various species with their
calculated energy level, two requirements must be met. First, it must
11
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fbe shown that the Helmholtz voltage on the ZnO does not change when the
species of interest is added to the solution. Denoting the energy of
the edge of the conduction band by E
e 
and the energy level of the oxidiz-
ing agent in solution by E
x , 
we have
,A-E = Ec - Ex + eVH + enVH (X)	 (1)
where 3E is the energy released by the electron transition, V  is the
Helmholtz potential with no active oxidizing agents in solution, and
,^IVH(X) the change in Helmholtz voltage when X is added. As it is the
objective to show that a., the capture cross section., varies with DE in
a manner consistent with solid -state theory, it is clear that ^VH(X)
should be zero for all species X. in order to yield a simple interpretation.
Second it must be shown that the electron capture process can be
described by the formulations of surface -state capture used in solid-state
physics. This permits identification of the quantity o, the capture
cross section.
The methods used in this work have been described in an earlier com-
munication'). To emphasize how the two requirements discussed above are
met, a brief summary will be presented here.
Measurement is made of the voltage V of the ZnO vs. a saturated calomel
reference electrode, of the cathodic current, and of the differential
capacity between the ZnO and a Pt working electrode. It has been shown)
that with a ZnO electrode the capacity measured is the capacity of the
depletion layer at the ZnO surface. With V
s 
the surface barrier, C the
capacity, A the area of ZnO exposed to the solutlon t ND the donor density,
we have from the Schottky relation and the parallel plate capacity
formula:
Vs - kT%q 
= z q ND AZ Ee o ( 1 /C2 )	 (Z)
where the other symbols have their usual meaning.
12
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The ZnO voltage is determined by Vs . the Helmholtz voltage, aed other
,
double-layer potentials in the circuit, the latter considered constant.
	
V = Vs + V  + C,VH(X) + constant	 ( 3)
If d(1/0)/dV is constant, 'Lt is concluded that V  and ZpVH(X) are
independant of V. Then we can simplify (2) and (3)
	
V - Vf(X) 
= 2 q ND Az eeo ( 1 /C2 )	 ( 4)
where V  is the "flat band potential I " the potential when 1/C 2 is
extrapolated to zero. If V  is independant of the presence or concentra-
tion of the species X, the first requirement given above is met.
In order to conclude that the electron capture process can be described
by the formulations of surface-state capture, it must be shown that the
capture rate (= cathodic current J) must be first order in the electron
density at the surface (ns ) and first order in the density of available
levels (1X]).
The electron density at the surface is calculated from the density in
the bulk [ND, calculated from the slope of Eq. (4)], multiplied by the
Boltzmann factor associated with the surface barrier:
n  = ND exp (-eV 
S, 	 (5)
where V is determined from (2).
s
If the current (at constant n s ) is found proportional to the concentra-
tion of X in solution, the assumption is made that the capture rate is
proportional to LX]. This implies that the concentration (cm 2 ) of avail-
able levels is proportional to the concentration (per cm 3 ) of ions in
solution. It has been found that the criterion can usually be met at
sufficiently low concentration.
13
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When the requirements are found to be met, as was found for all of the
results reported below, the results can be interpreted according to the
normal theories of irreversible electron capture by surface states
J= q a [X] • c n  c q a [X] c ND
 exp ( -eV s /kT)	 (6)
with a the capture cross section and c the mean electron velocity. In
Eq. (6), J is measured, c is estimated (we use 107
 cm/sec), and n
s 
is
calculated from the capacity.
From Eq. (6), a value is calculated for a[X], the "electron reactivity"
of the species X. In the measurements below, the values are normalized
to [X] = 10-Z M, and the data for a[X] recorded for this molarity. The
parameter of interest is Cr. the capture cross section of the various
ions, but this is not experimentally separated from [X] (the active sur-
face concentration of the oxidizing agent when the solution concentration
is 10- Z M). In order then to compare a for various species, the assump-
tion must be made that the change in a[X] from species to species occurs
primarily as a result of the change in a. This assumption will be con-
sidered further under "Discussion."
The crystals, their etching, mounting, and the electrochemical cell
used have been described in the earlier communication. 1)
The oxidizing agents studied were chosen so that reasonably well-defined
one-equivalent reductions were possible. The list included K3Fe(CN)e,
(NH4 ) 2 IrClg, KMnO4 , 1,10 Phenanthroline ferric Perchlorate, CuC12,
Ce(HSO4 ) 4f Ce(NH4) 2 (NO3 ) ef VC1 31 and Ag(NH 3 )2 from AgNO3 in ammonia.
For the various pH values studied the buffers were phthalate (pH3.7),
acetate (pH4.5 to 5.5), borate (pHS.7), ammonia (pH12), and H 2 SO4 or
HNO3 used to reach pH 1.5.
The iron phenanthroline solution was prepared by oxidation of the
ferrous form, u3ing Pb02 in sulphuric acid and filtering. The other
salts were dissolved from stock reagents.
14
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r3. Results
Typical results plotted according to Ea. (6) are shown for various
species in fig. 1. The logarithm of current per unit area exposed is
plotted against the surface barrier Vs as determined from capacity. For
each curve the surface barrier shown Is equal to the applied voltage plus
the constant Vf, determined from a plot of 1/C2 vs. V [Eq. (9)]. This
constant V  varies considerably with pH, to a less extent with variations
of donor density e ) and slightly from unknown sources'). The results
shown are those corresponding t,.) O.01M solutions where measurements were
made at this concentration.
In all of the cases recorded in fig. 1 the current readings were
observed with substantially positive V
s 
(bands bending up). With other
measurements such as the measurements with Cu ++ ions, or with no active
ion in solution, high cathodic potentials such that V
s 
-• 0 were required
in order to obtain measureable currents. In this region, where V
s 
I O,
the value of Vs is no' known; below about V s = 0.03, 1/C 2 is no longer
linear in V, and estimation of the surface barrier is not reliable)
However, a maximum Q[X] can be estimated.
In Table I below, results are tabulated for the various ions tested.
The ion concentration tested and pH are listed, together with the ZnO
crystal face exposed and donor density calculated (from 1/C 2 vs. V).
The constant V f , the "flat band potential, is recorded for each case.
It is observed to be insensitive to the oxidizing agent used, although
it varies considerably with pH.
From the curves of fig. 1, the values for ND, and the molarity of the
solution, the values of the "electron reactivity," a[X] normalized to
O.01M, can be calculated from Eq. (6) and are listed in Table I for the
various species. As Vf, and hence Vs , cannot be considered accurate to
better than ±0.03 volts, the value of a[X] must be considered to be at
best accurate to within perhaps a factor of 5 either way, so even the
one figure given is not to be considered significant. For a given
15
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oxidizing agent, the value of c[X! was independant of concentration for
the concentrations studied to well within this error. Another source
of error in the calculation of oLXt arises because the slope of the line
is not the 60 mV/decade required by Eq. (3), although always in the
range 65 r 5 mV/decade. It has been found by experience that as we have
refined our techniques and improved the curves toward a 60 mV/decade
slope, the low currents are seldom affected greatly. The error is
normally accentuated at higher current. Thus for our calculations of
7,x.	 where the slope is greater than 60 mV!decadc, we have used the low
current measurements.
The results indicate that perhaps there is a slightly higher electron
reactivity c[X] on the (0001) side than on the (0001) side. The influence
of pH shows no particular pattern, c[X] increasing with pH with Mn0 4 ,
decreasing or passing through a minimum with Fe(CN)n -3.
The values of c[X '.i were in general fairly reproducible. Of the
materials listed, the only one in which there appeared serious problems
was the silver ion. The problems were attributed to metallic deposits
during the reduction process. The current became very high if a high
intergrated current was permitted to pass. By keeping the current low,
and the elapsed time during the measurement short, the results appeared
reproducible.
A similar problem, but much less serious, w;s found with permanganate.
The results became erratic and deposits were found on the crystal, if
extremely high current (> 10 µ a/cm 2 ) was employed extensively. This
was ascribed to reduction to MnO 2 and was avoided by using only low
current values.
4. Discussion
4.1 Method of Energy Level Calculation
In order to relate the capture cross section of ions at the Zn0 sur-
face to their energy level in solution, it is necessary to estimate
17
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Ithe relative energy levels of the various species. We will analyse elec-
tron transfer between the redox couple X+j X++ and an inert metal electrode
and from this analysis obtain an expression for the energy level in terms
of the redox potential of the species.
Both the experimental and theoretical phases n this work are limited
to clearly one-equivalent species, as two-equivalent species need two
energy levels to describe the equilibrium°), so cannot be calculated from
a single parameter, the electrode potential.
The broadening of energy levels, discussed in detail by Gerischere),
will not be considered. Broadening due to variations in hydration will
certainly occur but will be limited in general to the kT range, which is
of little interest here. It is felt chat more energetic chemical processes
such as hydrolysis or complex formation will cause multiple energy levels
in general, rather than broadening of a single energy level. This will
complicate the observed behavior of the species, but does not change the
arguments to be presented for the calculation of each of the several energy
levels.
When an electron is transferred from an electrode to an ion in solution,
several distinct steps occur. There is electronic motion .--the transfer
itself, and the movement of neighboring electrons in response to the new
electrostatic conditions. There is ionic motion such as hydration,
hydrolysis, dimerization, and desorption (if the species is adsorbed).
After each of these processes, the energy level of the electron will be
different. The first problem, therefore, is to identify which energy level
is important in determining the capture cross section. It will be the
assumption of the present analysis that the energy level we wish to calcu-
late is the energy level of the electron after electron motion only. The
subsequent changes in the energy level of the electron due to chemical
reaction of the newly reduced species will not affect the capture cross
section. The designation of such a level as an important intermediate is
consister.t, for example with the Franck-Condon principle, where ionic
motion tikes place after the electronic 'transition is completedio, u).
Standard electrochemical ^oeels do not, unfortunately, separate the reaction
18
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finto chemical steps ,  involving ion motion ., and electronic steps .  which
involve only electron motion. It is necessary then to reformulate the
expressions of electrochemistry with these t-vo types of reaction steps
explicitly separated.
If the dominant form of the oxidized species is denoted as R • X++ , and
the dominant form of the reduced species as R"-X+, we can write the
equilibrium redox reaction in a forn, pexpPiclM y separating an intermediate
RI.X++.
^G++
R•X ++ «	
Ri•X++	 P,	 (7)
	
e + R'-X++ '^ 
R I •X+ 	 (8)
^1G+
R^ • X+ I R
#.
+ PZ (9)
Here the R's are molecules or ions associated with the reactants at various
stages of the reaction. They could be water of hydration ., protons, etc.
The intermediate shown ., R `• X++ is specified as the form of the oxidized
reactant which we postulate exhibits the highest electron capture rate under
cathodic conditions and whose energy level we wish to calculate. The species
P are those absorbed or released from the reactant during the chemical
rearrangements (7) or (9). The quantities AG are the free energy absorbed
in the forward direction of reactions (7) or (9). Eq. (8) is intended to
represent the electronic transition only between the energy levels in the
solid and the energy level in solution. At equilibrium the principle of
detailed balance r ) requires that the forward rate equal the reverse rate
for each of Eqs. (7) through (9).
Now with an inert metal electrode, the only species which crosses the
phase boundary between the electrode and the solutior_ are electrons. Thermo-
dynamics then requires that the electrochemical potential for electrons be
constant across the interface at equilibrium. Thus:
E  = Pe	 (10)
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where E  is the Fermi level in the solid, and p  is the Fermi level or
electrochemical potential of electrons in solution. However, relation (10)
only begins to have significance if we can define p  in terms of the type
and concentration of chemicals in solution.
Consider ions near the metal electrode but on the solution side of the
Helmholtz double layer. These species can for our purposes be viewed as
surface states if they are near enough to the metal electrode to permit
electron transfer even when there is no specific adsorption. Thus they
can be described by the Fermi distribution utilizing the Fermi level of
the metal:
[R.}[++]/[R•X+] = exp {- (EF - EX++)/RT}
	
(11)
where EX++ is the surface state energy level of the redox couple and Eq.
(11) the Fermi distribution., describes the ratio of the unoccupied energy
levels [R • X++ ] to the occupied [R•X+].
Now., if we neglect the Gouy layer, the species obeying (11) are at
equilibrium in all respects with ions in the bulk solution. There is at
equilibrium no difference in ratio of [R•X++]/[R•X+] between species which
are. say, 5A from the electrode and those which are 5 mm from the electrode.
Thus Eqs. (11 and (10)^ represent a meaningful definition of electro-
chemical potential for bound electrons in the solution. The definition is
probably quite satisfactory as a first approximation, but the effect of
differences in the Gouy layer is not clear.*
With this relationship Eqs. (7) through (9) can be analyzed to yield
EX++J, the energy level of interest. We will use the relations from thermo-
dynamics governing equlibrium:
QG++
 - - kTln [R/.X++l.[pl^ti	
( 12`
[R•X++]
*A simple mathematical analysis of the distribution of ions in the Gouy
layer 13 ) leads to consistency with (11) throughout ti-, e region., viz. EF
(or µ ) as defined is constant ,  with the concentration changes and E ++
changes co mpensating through the region of varying potential. 	 X
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Now
f4G+ _ - kTln 
CR' X+]-[P21±1	
13)
[R'•X+i
and combining ( 10) through (13) to eliminate the species involving R', we
have
ER, X++ = "Le
CR'•x+]•CP1]^^•CPZItI
- 4Gt' - 4G+ - kTln
[R•X++]
( 14)
If added reactants R • X4-+ and R // X+ are at unit activity, and if the species
P are at unit activity, we find the simple relation
ER'X++ = µe - 4Gt+ - 4G+
	 (15)
In Eq. ( 14) we have not yet defined a zero of energy. In the following
we will define the zero of energy as the Fermi level ( the electrochemical
potential for electrons) at the reversible hydrogen electrode. With this
zero.the value of p to be used in Eq. (14) is from (10) the reversible
e
electrode potential for the couple X++ /X+ relative to the standard hydro-
gen electrode, and the energy levels are measured relative to 'the hydrogen
electronj•
 reference energy.
The most convenient approach is in the estimation of the energy level
E 
R t 
+ to use Eq. (15) with the standard oxidation /reduction potential,.
using the tables for acid or base depending on whether P 1 and P 2 are
written in terms of protons or hydroxide ions.
4.2 Energy of Hydration
To illustrate the calculation of the 4G ' s it is of interest to consider
the problem of hydration energy, using a simple Born approach to hydration.
The mechanism of electron capture requiring the lowest energy transition
state is pre-polarization of the dielectric [Eq. (7)] followed by electron
capture on the pre-solvated species [Eq. (8)1. The pre-polarization
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Ienergy can be estimated on the basis of the following simple model.
Consider the ion, of charge Ze, as a sphere of radius r imbedded in a
dielectric medium of dielectric constant C. Just outside this sphere,
on the "surface" of the dielectric, resides a surface charge associated
with the dielectric polarization. This surface charge 14 ) is -Ze(1 - 1/e).
If we draw an imaginary "outer sphere" of radius a which includes this
charge, 'It is clear that the energy to be calculated is the energy to
place one positive charge on the surface of this "outer sphere," with the
corresponding negative charge remaining on the surface of the grounded
electrode. Thus the charge associated with the "outer sphere" changes
from Zee to (Ze/e + e). We will assume the value of a for water to be on
the order of 80, so Z/e << 1. The energy to pre-polarize the medium becomes
approximately the energy to charge a neutral sphere of radius a by one
positive electron.-Lu charge:
AGO = e/817eeoa e. v.	 (16)
where the AGO symbol is used because the course of the reaction is along
the lines of Eqs. (7) and (8). This is on the order of 0.05 eV for a about
0
2A.
4.3 Correlation of Energy Levels with Electron Reactivity
To test the general features of the overall model, the energy level
associated with the various species must be evaluated, then the measured
electron reactivity from Table I compared with the energy level. As dis-
cussed in Section 4.1, the identification of energy levels in solution is
somewhat arbitrary, for there is a possibility of many forms of each species,
and one must assume which form is the kinetically active species.
We will make several assumptions and approximations in order to arrive at
an estimate of the energy level. The first is that there is negligible
specific adsorption of the active species. The second is that hydrolysis
contributes negligibly to the energy for the species studied. The third is
that the kinetically active species is the pre-hydrated species (as discussed
in Section 5), so that hydration and similar electrostatic effects contribute
22
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a small fairly constant energy correction and will be neglected. We will
assume in general that the dominant species in solution (pre-hydrated) is
the kinetically active species.
With these approximations it turns out from the analysis above that the
calculated energy level for a species is below the standard hydrogen
electrode Fermi energy by an amount equal to the standard redox potential
of the species. We have used for the redox potential the values given by
Latimer ls ). It is clearly possible for some ions to make the small
adjustments suggested by theory for hydration and hydrolysis, but the
accuracy of the electron reactivity results do not warrant it at this time.
For some of the species used, more complex considerations must be
evaluated. The Ag(NH 3 ) 2  ion is an example. In this case we have at least
two possible routes for the reduction:
Ag(NH3 ) z + e	 Ag(NH3) 2	 ( 17a)
LGl
Ag(NH 3 )2 = Ag + 2NH 3	(17b)
or
pGz
Ag(NH,)z = Ag} + 2NH3	(18a)
Ag+ + e — Ag
	
(18b)
The decision regarding which route is kinetically active is somewhat
arbitrary. If we assume Eq. (17) is the dominant route, an estimate for
AG, must be made to determine the energy level. We will assume neglibible
energy release in Eq. (17b), as the reaction corresponds simply to the
desc._ption of the ammonia, so AG 1-0. Then the energy level for Ag(N13)2
becomes the redox potential of this species in one molar NH 3 . If, on the
other hand, Eq. (18) is kinetically active, the simplest approach is to use
the standard redox potential of silver reduction (18b), and determine the
concentration of silver by the equilibrium constant of (18a), K = 10 -9.
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The energy level is thus -0.69 eV, but the concentration of free silver
used in estimation of C[X] is too high by a factor of 10 7
 (the solution
studied was 1 molar in NH 3 ). With this correction, C[XI when normalized
must be the order of 10 2
 to account for the observed reduction. This is
anomalously high compared to the values for other ions and we therefore
assume that Eq. (17) represents the dominant reduction route.
Similar reasoning was used in the case of I 3 , which was found to have
C[X] = 5 x 10- 10 . The only route for the reduction with only one energy
level involved would be first the dissociation of the ion yielding
neutral iodine atoms and then the reduction of these species. Estimating
the effective concentration of neutral iodine atoms, which would be very
low, the value for C[X] normalized to 10 -2M in I would be anomalously
high. Thus it was assumed that the iodine was reduced by a two-equivalent
process, and the results therefore are not comparable to the simple model.
Alternatively, strong adsorption of iodine on the Zn0 surface could
account for the results.
In fig. 2 is shown the electron reactivity at 10- 2
 molar, C[X], as a
function of the standard redox potential, for the various species tested,
excluding I3. Solid lines with a slope of 60 mV/decade have been
included for later reference.
4.4 Model
In this section we attempt to reconcile the curve of Fig 2 with a
simple model.
It has been shown in this laboratory 16) that the vanadous and chromous
ions which have a positive redox potential inject electrons into the Zn0
conduction band, indicating an energy level above the conduction band
minimum. It has also been shown 17) that at times Fe(CN)8 4 will inject
electrons, but the results have not been reproducible and the critical
conditions for injection have not been identified. At the gas/solid inter-
face, it has been shown that H atoms inject electrons ls ) into the Zn0 con-
duction band, that Sn 0 or Sn+2 inject 19 ), and that on the (0001) plane,
Fe(CN) 8-4 has an energy level about 0.15 e.v. below the conduction band19).
f
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fFrom these indications, it would appear that the bottom of the ZnO conduc-
tion band must be located in the region of the energy level of Fe(CN)e-4'
perhaps a few tenths of an e.v, above it. As most of the evidence arises
from measurements in solution ., the estimate should be valid with the
Helmholtz double layer present. Thus we may expect the ZnO conduction
band edge to be at -0.2 t .1 eV on the E° scale of Fig. 2. Now capture
by energy levels substantially above the conduction band edge should be
u,tfavorable^ so we expect a decrease in apparent cross section for species
more electropositive than Fe(CN) 6-3 . The decrease may be a factor of 10
for each 60 mV increase in energy level. A simplified model shows how this
factor could arise. For those levels near or above the edge of the conduc-
tion band, we can assume that the charge on the levels are in equilibrium
with the surface density of conduction electrons n
s 
20 ). That is, the
exchange current between the conduction band and the active species is
assumed to be higher than the net cathodic current when the level is near
or above the conduction band. Then the ion current will be proportional
to the concentration of reduced species [X -] ,  given from Fermi statistics;
J oc [X ] _ ( n sINc )[ X] exp {-(Et - Ec)/kT}
	
(19)
with N  the effective density of states in the conduction band (n s
 « Nc)D
and Et and E  the surface state and conduction band energies respectively.
The Tafel dependence of current on voltage arises as usual through the
dependence of n
s 
upon V. By comparison of (19) with (6) ., there will be an
apparent decrease of C[X] as E t increases above Ec il with a decrease of one
order of magnitude per 60 mV increase in E t - Ec . This model illustrates
how a high energy level could decrease the effective Q by re-injection., but
is simplified, as it assumes a high electronic exchange current and ignores
the difference in energy level between the oxidized and reduced species.
Capture of electrons by species with an energy level below that of
Fe(CN) 8 -3 (viz, below the conduction band edge) should be favorable,  but
one cannot predict whether the capture cross section for stronger oxidizing
agents should pass through a peak and decrease (as would be predicted by a
phonon-aided capture process 3 ) or should be maintained at a high but erratic
value (as would be predicted by a cascade-aided procesa4).
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FIt is observed in Fig 2 that the value of a[X] decreases rapidly for
redox potential more positive than Fe(CNe) -3
. This then provides further
evidence that the energy level of the Zn0 conduction band is close to the
Fe(CNa) -3
 level.
The apparent decrease in electron reactivity for Eo
 more negative than
-1.0 may be suggestive of a multi-phonon electron capture process. However,
there is too little data in this region of redox potential to establish
confidence in this observation.
The ceric results are of interest not only because of the indication
of low capture cross section, but also because two forms of ceric ion
were studied: one the highly complexed form 21 ) as found in sulphate
solutions the other, ceric ions in nitrate, where minimal complex forma-
tion is expected 15 ). The ceric nitrate result is included in fig. 2.
The sulphate result cannot be included in the figure because we do not
know which complex is kinetically active. It is of interest, however,
that the complexed form shows a a[X] much greater than the uncomplexed form.
This observation is consistent with the present model because the com-
plexing of the ceric may produce a higher energy level. 	 If one of the
complexes has an energy level in the region of the maximum of fig. 21
the product of its high cross section and the low concentration of the
complex may lead to a[X] of observed order of magnitude.
The data of fig. 2 are consistent with the assumption of little specific
adsorption. If we make the approximation that the maximum cross section
expected is on the order of 10- 11cm2 , the ionic cross section, and that
Ions within the order of 20A of the surface can be reduced, then with
the 6 x 10 18cm-3 ions available at 10 -2M, the maximum 6[X] that should be
measured is 10 -3 . This estimated value compares well with the maximum
value actually observed. If the assumption is correct that there is
little specific adsorption, then the values for a become more meaningful.
26
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FHowever, the apparent agreement should not be
a particular theory for the capture mechanism.
expected approximately from a tunnelling model,
nelling is negligable below some small distance
However, similar orders of magnitude might be f
fer by an anion bridge, for example.
interpreted as evidence for
The numbers used are values
where the barrier for tun-
(we assummed 20A).
aund if the electrons trans-
A comment should be made with respect to the effect of pH. The energy
level of the unfilled state with respect to the conduction band is not only
determined by the properties of the ion, but also the double layer potential
across the Helmholtz region. Our attempt to relate C to the energy level is
based on the assumption (supported by some evidence) that the latter is con-
stant, independent of the ion under study. However, clearly the Helmholtz
potential is dependent on pH. Thus the variation of Q[XI with pH, observed
with ferrocyanide and permanganate, could thus occur duc to a change in the
energy level of the conduction band relative to the zero in solution because
of a Helmholtz potential change at the electrode. Alternately it could be
associated with hydrolysis of the ion under study, changinr; its energy level
or changing the concentration of the kinetically active species. It would
be premature to attempt an interpretation of the behavior at this time.
5. Conclusions
The suggestion that there should be a relation between electron
reactivity of ions in solution and electron capture theories of semi-
conductor physics appears to be qualitatively ,justified. The energy
level, as estimated from the redox potential, must be slightly below the
semiconductor conduction band minimum for maximum capture cross section.
There is some indication that if the level becomes too deep, the capture
cross section diminishes.
If this model is correct it suggests some interesting implications
about selectivity in reduction of ions at such a semiconductor surface
with a non-varying Helmholtz voltage. Two-equivalent reductions would
almost inevitably be slow, as cue of the energy levels normally would be
far from the region of maximum cross section. (Experimentally we have
found no clearly two-equivalent ions, out of perhaps 5 or 6 studied, with
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,j[X] greater than 10- 9 .) The relative electron reactivity of various
species will be far different from that found at a metal electrode, where
the semiconductor rules do not apply (here filled energy levels in the
solid are available at all energies below the Fermi level). Thus some
interesting new electrochemical synthesis may be possible with semicon-
ductor electrodes.
Presumably similar concepts may be expected to apply regarding hole
capture (oxidation) at the surface of p-type semiconductor electrodes.
However many p-type semiconductors with a wide band-gap involve oxide
ions as the anion ., and as these are easily oxidized themselves, they can
complicate the behavior.
I would like to acknowledge the valuable discussions and suggestions
of Dr. T. Freund during the course of this research. From his observa-
tions, the data used for the reduction of V}3 was obtained.
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FList of Figures
Fig. 1. The variation in cathodic current with the v , !-face barrier,
for various one-equivalent oxidizing agents.
Fig. 2. The variation in electron reactivity as a function of the
redox potential (the energy level) for various one-equivalent
oxidizing agents.
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SECTION B
ANODIC PROCESSES ON ZnO *
1. Electron In.lection into Zinc Oxidel
Sir: Various surface properties of the wide band-gap semiconductor ZnO
have beer. of considerable interest including dark catalysiS 2 and photo-
catalysis, 3 adsorption, 4 charge transfer adsorption s spin resonance,0
and oxidation-reduction processes. Zinc oxide single crystals are very
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Chem. Soc., 76, 2575 (1954); S. R. Morrison and T. Freund, J. Chem.
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rsuitable for the investigation of charge transfer processes because of
their behavior as an electrode s and their commercial availability.9
Electron injection into wide band-gap semiconductors from aqueous
solutions of stable substances seems to be unknown. 10 Previously the
author and co-workers have reported" electron injection at room tempera-
ture from radical-type sorbed species that were generated by the hole
oxidation of multi-equivalent reducing agents.
We wish to report that we have found that the property of electron
injection can be correlated with the oxidation potential of the substance.
Specifically, reductants with high oxidation potentials (Latimer's1z
convention
.
, the more positive the oxidation potential the stronger the
reducing agent) inject electrons while those with low potentials do not
inject. We found that aquo chromium(III), E O = 0.4; aquo europium(II),
EO
 = 0.4; aquo vanadium(II), E O  = 0.3; ethylendiamine cobalt(II)^ E O = 0.3;
dithionite ion., E O = 0.1; aquo titanium(III), E O
 = -0.1 inject in con-
trast to the weaker reducing agents such as hexammine cobalt(II),
EO
 = -0.1; ethylenediaminetetraacetic acid iron(II)y E O
 = -0.1; hexacyano
(8) J. F. Dewald
.
, Bell Systems Tech. J.., 39 j 615 (1960); W. P. Gomes^
T. Freundy and S. R. Morrison, J. Electrochem. Soc., 115, 818 (1968);
T. Freund and S. R. Morrison, Surface Sci., £. 119 (1968).
(9) Minnesota Minning and Manufacturing Co.., St. Paul, Minnesota.
(10) P. J. Boddy, J. Electrochem. Soc. ,  115, 199 (1968); P. J. Boddy, D.
Kahng and Y. S. Chen, Electrochim. Acta. (to be published).
(11) T. Freund, W. P. Gomes and S. R. Morrison ., IV International Congress
on Catalysis ., Moscow., June 1968.
(12) Standard acid potentials for unit activity reductant^ oxidant,, and
hydrogen ion.
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iron(II).,13 E o = -0.4; aquo iron(II) E o = -0.7; orthophenanthroline
iron(II), Eo = -1.1; aquo manganese(II), Eo = -1.5. Clearly a high
oxidation potential is not sufficient since the eight-equivalent reducing
agent borohydride ion (Eo = 0.5) 14
 and tho two-equivalent formic acid
(Eo = 0.2) do not inject. It is also clear that one-equivalency is not
a requirement for electron injection since 5 204 -2 , Eo = 0.1, injects.
Borohydride ion does not inject electrons into other semiconductorslo
including KTa03j
 T102 , and Ta 2 05 . The correlation with oxidation
potential may be expected to fail for multi-equivalent reductants since
the oxidation potential for the oxidation of the first equivalent of a
multi-equivalent reductant may be very low. The lack of reducing activity
of borohydride ion is not surprising since its reacti.ons 15 with aqueous
oxidants are often slow.
Electron injection, Eq. (1), can be distinguished from the other
possible mechanism for an anodic current i.e., hole capture, Eq. (2):
M-• M+ +e	 (1)
P + M M+	 ,2)
M is a reducing agent, a is an electron in the conduction band, and p is
a hole in the valence band. For a wide band gap n-type semiconductor,
such as ZnO, an anodic current in the dark can be taken as evidence of
electron injection since holes are virtually absent without band-gap
illumination. In terms of the band model, electron injection will occur
from an adsorbed species when its electronic energy level is above the
(13) T. Freund and S. R. Morrison, Surface Sci., 9, 119 (1968).
(14) W. H. Stockmayer, D. W. Rice, and C. C. Stephenson, J. Amer. Chem.
Soc., 77, 1980 (1955).
(15) T. Freund, J. Inorg. and Nucl. Chem., 9, 246 (1959); J. Amer. Chem.
Soc., 84, 873 and 26678 (1962).
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the bottom of conduction band at the surface or when the temperature is
sufficiently high to provide the activation energy for the transition of
an ele.ctron from the surface level to the bottom of the conduction band.
The results of preliminary experiments, given below, are consistent
with the assignment of electronic energy levels for injecting reductcnts
at fixed energies that are about equal to or above the bottom of the Zn0
conduction band at the surface. The increase of the injection current
with stirring indicated that the electron transfer step is fast compared
to mass transport in solution; such a result is consistent with a small
or zero energy barrier for the transition of an electron from the reduc-
tant level to the bottom of the conduction band at the surface.
	 The
lack of dependence of the injection current on applied voltage and the
lack of dependence of the Helmholtz voltage (determined from capacitance-
voltage measurements) on reductant concentration are consistent with
fixed levels since movement of adsorbate levels might be expected to
change the current. The lack of dependence of current on the concentra-
tion of 'the oxidized form of the reductant and the increase of injection
current with increasing concentration of reductant are consistent with
the postulated location of adsorbate levels since high empty levels would
not be expected to capture electrons and the current should increase
with an increasing number of filled levels.
Solid State Catalysis Laboratory	 Thomas Freund
Stanford Research Institute
Menlo Park, California 94025
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2. Hole Capture Cross Section
The measurement of relative hole capture cross section by the re-
duced form of a one-equivalent species is made by a comparison with a
two-equivalent species.10 ,a The two-equivalent species injects an
electron following hole capture; the one-equivalent does not. The
electron injection resu'-.ts in an anodic current increase. Thus if a
solution contains a two-equivalent ion (a "doubling" agent, and a one-
equivalent species is slowly added, then the current will decrease
because the one-equivalent species captures a larger and larger fraction
of the holes. By experimental analysis, one can then determine the hole
capture cross section of the one-equivalent species relative to the
two-equivalent species.
To compare a series of one-equivalent species, as is required in
this program, one simply compares each species in the series to the
same two-equivalent ion.
Details of the method are given in references 1, 3, and 4. Details
of the theory are presented in reference 4.
Our recent results of relative hole capture cross section vs.
redox potential of the additive are summarized in Fig. 1. The redox
potentials were taken from Latimer. 5 We use the redoxx potential to
characterize the properties of the various species on the same basis as
was described earlier. Each curve in Fig. 1 represents a different
doubling agent. The various curves should not be the same because the
capture cross section of the various doubling agents is not the same.
However, the slopes should be the same, but are not. This indicates
problems in either the theory or the measurement procedure.
The important qualitative feature of Fig.]. is the apparent in-
crease in capture cross section, Q p , as the redox potential of the
additive approaches 'Ene "redox potential" of the ZnO conduction band,
about -0.1 eV. Measurements at higher redox potential cannot be made
because such species spontaneously inject electrons. (This is one of
the reasons that -0.1 eV is considered the conduction band potential;
an energy level above the conduction band edge is expected to
r
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spontaneously inject electrons.)
In practical application, then, the optimum level for hole capture
is apparently close to the conduction band edge. In studies of other
oxide pigments we will use this criterion.
Theoretically, the observed increase in Q p
 with higher redox
potential (energy level) is best interpreted in terms of electron
transfer from one localized surface level to another. Thus, we assume
that the (photo-produced) hole is first captured by a surface state, via..,
becomes localized on a specific oxygen ion at the surface. Then the
electron from the reduced form of the additive makes the transition from
its localized level to the surface state occupied by the hole. It is
often found for electron transfer from one molecule to another that the
probability increases with the difference in energy. The transfer is
besL described using the reaction coordinate approach where the rate
may decrease as the energy difference increases (see, for example,
Delahay s ). This behavior is in direct contrast to that expected if the
process were free hole capture, in which case, as was described above in
the discussion of free electron capture, one would have expected the
cross section to decrease with higher energy level (or redox potential).
If the two-step model of hole capture is correct, it should be
possible to apply it to other oxide materials (where the surface states
may be similar to ZnO). It is expected, therefore, that one needs a
level a few tenths of an electron volt below the conduction band edge
for efficient hole and electron capture.
C. Tabulated Results
A summary of the values of the capture cross sections for holes and
electrons for substances that may undergo one-equivalent oxidation-
reduction processes is given in Table I, parts 1 and 2. The vertical
arrangement follows an order of decreasing redox potentials (column IV).
Column I .lists the chemical element with its probable oxidation states.
Column II gives the values of the product of the electron capture cross
section, Qe , and the surface concentration of the capturing species, (X],
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Table I, Part 1
CAPTURE CROSS SECTIONS
I II III IV
Element, Electron b Redox C,Oxidation Capturoa, Hole Capture, log a/o
D a Sn(II)	 D a CH,BH
Potential
States loge as
 [X] 10
V <-12 Infects electrons +0,25
^fI/III)
Co <-14 4.5 -0.1
(II/III) <- 10 3.4
3.2
S
HIV/V) 0.8d ?
S 0.7d ?
( IV IV)
a
S -o .e. -0,17
(IV/V) -l.ld 0,5d
Cu <12
-0.15
( I/Il)
►e -5.7 2.7
(II/III) -6.7 3.1 -0.36
-7.0 3.4
-5.1 -0.6
AS -5.0 -0.37
(0/I)
I -9.7 1.1 -0.5
(0/-1) -9.2
Mn -4.7 -0.5
(VI/VII) -3.2
11n -2.3
(I1/III)
 D a As(III) -1.5
Ir -3.0 -2
(III/IV) -292 -2.2 -1.0
-1.4
-1.4
Pe -5.0 +0.2 -1.1
(I1/I1I) -0.01
Br -0.9 -1.1
(0/-I)
Ce 4-12 -3.0 -1.6
(III/IV) -6.2 -3.3 -1.4
Cl «"3 <<-3 -1..4
(0/-I)
(a) o, electron capture cross section; [X], surface concentration in numbers per unita
area (J normalized to a solution concentration of 0.01 molar--see Eq. 1). (b) v, hole
capture crams section ofelement; 0D, hole capture cross section of current-doubling
agent D- (c) E , redo, potential under standard conditions given in M. Latimer,
Oxidation Poten^isla, 2nd ed.; Prentice Hall, 1952r (d) maybe a two-equivalent process
involving capture of two bolas.
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rTable I, Part 2
EXPERIMENTAL DETAILS FOR CAPTURE CROSS SECTIONS
I -^ V VI
Electron Capture Details dole Capture Details
Element,
Form
of ton pH
b
log ND opr
Form
of ion pH
I
PDi
Oxidation
States
V HC1b 0,3 17c 0,3 Min
if!III`,
Co Cot NH I ^ 3 4.0 17.7c 1.4 Co(NH,,)	 ° 10.3d 0,0
( II/III 10.3 17.9 1 10 , 3 d -0.1
10.3 -0,1
S COH,SO, 12.5d 0,0
IVJV'
S CH,Ce H,S02 12.5d -011
IV/V`
S SOS-2 lc 3.5
(IV/V) l0 3.5
12.5c 0.5 0
Cu Cu+1 3.7 19c 1.3
(1/I I)
Fe Fe(CN)^ 3 8 , 7 18.9d
/III)
2 , 3 Fe(CN1s -4 12.5d -0.2(II 13 18 . 6d 3,4 12.5d -0.4
9 18.6d 2,3,4 12.5c -0.7
3,8 18.3 2,3,4 1 3.2
Ag As(NH3)a+ 12 17.0d 1,2
(0/I)
I I, 3.8 16.8a 2,3,4 S 12.5d 0.5,0
(0/-I) 3.8 17.0 2,3
Mn Mn04 4 , 5 18.8d 2,3,4
(VI/VII) 8.7 18,0 3,4
Ihi OAe	 a 4 1.3
(II/III) 4d 2.4
4d 2.5
4 2.5
Ir Ircle - 2 3.8 18 . 0d 2,3 IrClq-3 1^ 3.5
(III/IV) 3.8 16.5 2,3 1 3.3c
1 --
3.2
Fe Fe ( phen ) ,+0 1.5 17c 3,4 Fe(phen)3+9 I 4.7
(II/III) 3.5
Sr Br 12.5 0.5,0(0/-I)
Ce NOS- b 1.5 17c 3,4 NO3	
a
lc 3.7
(III/IV) S0,-2 b 1.5 18 . 80 3,4 1c 3.7
Cl. 4,9,13.5C -1
(0/-I)
1 1, 1
(a) possible complexing agent; ( b) ND, donor density In numbers per cubic centimeter; ( c) (0001)
crystal face; ( d) (o0D0) crystal face; ( e) PIP, - logo formality of capturing species in
solution; ( f) pDi, - log l o initial formality of current -doubling agent
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at solution concentration of 0.01 M. Column III lists the values for
the hole capture cross section relative to either Sn(II) or CH 3 0H with
the exception of Mn(II/III) for which the doubling agent was As(III).
As was outlined in a recent publication, 4 the hole capture cross section
for a non-current-doubling substance relative to a doubling substance,
'J/CD , is given by
(Jp/Je ) - 1 = (Q/CtD)(CSI/[D])
	 (2)
where J  is the hole current that is available for reaction with either
the current-doubling substance, D, or the other capturing substance, S;
Je is the electron injection current which is the difference between the
cell current and the hole current; and the brackets represent concentra-
tion. Columns V and VT list the experimental conditions under which the
electron capture cross sections and hole capture cross sections were
determined.
(aqua)	 Ir1Q 1
FeII(6)
or 8i (•)
n. M6oH
•
v606X
X
XV& 
F63 I
0	 0.5	 -1	 -1.5
STANDARD REDOX POTENTIAL, E'—volts
16.6146-11
FIGURE 1 HOLE CAPTURE CROSS SECTION OF ONE-EQUIVALENT RE -KING AGENTS
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SECTION C
IRON CYANIDE AS A SURFACE STATE TO PREVENT ZnO PHOTOLYSIS IN VACUUMK't
S. Roy Morrison
Stanford Researoh Institute, Menlo Parit, California 94025
ABSTRACT
When Zn0 is intermittently irradiated with ultraviolet in vacuum, its
dark conductance increases irreversibly, presumably due in part to oxygen
photodesorption and in part to photodecomposition of the ZnO. From the
theory of one-equivalent surface states and from earlier measurements of
the relevant parameters associated with the surface states, it was con-
cluded that an iron cyanide additive should provide characteristics suit-
able for surface stabilization. In particular, it should act as a recom-
bination ::enter for the photoproduced carriers. Single crystal studies of
dark: conductance after various time intervals of illumination in vacuum are
reported, showing that an iron cyanide surface additive does indeed control
the photodecomposition--less than a monolayer decreases the rate by several
orders of magnitude. The action of iron cyanide as a recombination center
is compared with theory, showing by semiquantitative analysis that carrier
generation and recombination should be described by a modified Elovich equa-
tion rather than by the more usual formulations applicable to less dense
recombination centers. The rate of Zn0 decomposition is calculated using
a s#.mple model and it is shown that the rate should vary inversely with the
square of the additive cor,,;entration concentration, as observed for long
exposure times.
This research was supported by the Jet Propulsion Laboratory, California
Institute of Technology, sponsored by National Aeronautics and Space
Administration under Contract NAS 7-100.
$ To be published in J. Vacuum Science and Tech.
r
43
F
rIntroduction
In an earlier contribution) we discussed the use of foreign surface
states to control and stabilize the su^face properties of semiconductors.
It was concluded that such stabilizat,ion and control would be possible
when a one-equivalent species with a surface state having a favorable
energy level wet-e added in both the oxidation states. In the present
work we study tns;. problem of ZnO photolysis in vacuum as an application
of these concepts.
When ultraviolet irradiation is incident on zinc oxide in vacuum,
several of its properties irreversibly change. Its conductivity increases,
as has been observed by many workers. 2,314,5
 Its opticki absorption char-
acteristics change, s an effect not only of fundamental but of practical
importance in the technology of paints or thermal control coatings. The
gas pressure surrounding the zinc oxide inc.reases, 718s9 interpreted by
the referenced authors in terms of oxygen evolution. The electron spin
resonance characteristics change.lo,ii
Possibly t1-.e most definite study of the changes with uv/vacuum
photolysis has been made by Collins and Thomas. 4 They examined the sur-
face conductance of single crystals, and showed that if after a long
oxygen anneal the c.^ystal is exposed to intermittent uv in vacuum, the
dark conductance increases rapidly. One conduction electron per photon
is obtained during the initial seconds of exposure with undoped ZnO, but
the quantum yield rapidly decreases with increased integrated exposure.
The overall conductance increase is high with a lc^.g exposure, far beyond
the amount expected from desorption of chemisorbed oxygen. Thus the;, con-
cluded that photolysis of the ZnO occurs; the lattice oxygen captures
holes, the neutralized oxygen comes off in the gas phase, and the
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rcorresponding zinc is dissolved in the crystal as a donor. This simple
model of photolysis can explain directly most of the observations above.
The purpose of the present work was to prevent the vacuum photolysiU
of ZnO. The method was to add recombination centers to the ZnO that would
recombine the photoproduced hole-electron, pairs before they could cause
such chemical changes. The energy would then be dissipated.as  heat rather
than by chemical transformation of the ZnO or other phase present,
Several phases of the investigation have been reported earlier. These
included studies with the objective of identifying appropriate one-
equivalent materials with an acceptable surface state energy level and
electron and hole capture cross section. A study of electron capture of
various foreign species 12 indicated first that the energy level of a
species may be related to its chemical properties by a simple model. Sec-
ond, it indicated that the highest electron capture cross section was
obtained with one-equivalent species having an energy level a few tenths
of an electron volt below the conduction band. A study of hole capture 13t14
was inconclusive, but there were indications that species with an energy
level near the conduction band would have a high hole capture cross sec-
tion. The energy level of ferrocyanide and ferricyanide ion was estimated
by two approaches 12,15 to be about 0.1 or 0.2 eV below the conduction band.
From these results, the redox couple ferrocyanide, Fe(II), and ferricya-
nide, FE \',II), were selected as promising materials for stabilizing the
ZnO surface and acting (with both oxidation states present) as a controlled
recombination center.
In this paper we will present results of measurements similar to
those of Collins and Thomas4 in that single crystal conductance is moni-
tored to follow the photolysis.
	
However, data will be presented with
varying iron cyanide concentrations on the surface, to show how the addi-
tive protects The crystal against lah)tolysis. With these results, a
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Fmore detailed model of vacuum photolysis is possible, and a semiquantita-
tive analysis of the action of iron cyanide as a recombination center can
be made.
Experimental
Lithium-doped Zn0 was obtained from 3M Company in wafers 1-mm thick
and about 6-mm diam. About 0.2 mm was lapped from each side, then the
crystals were etched in concentrated H 3PO4 for 5 min followed by 0.01 M
HNO 3 for 10 sec. Four Aquadag spots were painted on for later contact
areas. On each side of the crystal a controlled amount of the two oxida-
tion states of iron cyanide (as potassium salts) was deposited. The edges
of the crystal were painted with a saturated solution of the mixed iron
cyanides. This was to ensure that photolysis only occurred on the faces
of interest, and thus avoid edge effects. Clips for a four-point resist-
ance measurement were attached where Aquadag had been deposited, and the
sample was mounted in the vacuum system. The crystal plane facing the
pyrex w i r.a:)w ;as tentatively identified as the (0001) plane by its etching
pattern, 165,17 but the etching of Li-doped crystals has not been studied,
and may be different from the undoped crystals. No attempt was made to
keep scattered light from reaching the other crystal face, so the contri-
bution of the back face to the measared conductance change is not known.
The additive as an aqueous solution was deposited by an atomizer
spray. The sample was heated to a temperature of about 100 C to evaporate
the water as the droplets were deposited. Calibrations of the atomizer
spray chamber several months apart resulted in a difference of a factor
of two in ion deposition rate, which was considered of adequate precision.
We will report below the surface concentration of ions as calculated from
the average of our two calibrations.
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Our standard light intensity striking the sample which we will
denote as Ia, was determined in terms of holes generated in an undoped
crystal. The rate of hole generation was measured from the photo current
produced in an electrolytic ce1118
 with the submerged crystal as the
anode. At the standard intensity to the current corresponded to
2 X 10=3 _m­ 2 sec-1
 holes reaching the surface of the undoped sample,
which may be a reasonable estimate of the hole current on the Li-duped
sample. As will be shown in a later comparison, the compensating errors
(the shorter hole diffusion length and the greater optical absorption in
the blue of the Li-doped sample) appear to be unimportant, for the de-
gradation rate of our additive-free sample is found to be in substantial
agreement with earlier work assuming I. = 2 X 10 13 holes/cm2 sec.
A VacSorb pump and a VacIon pump were used, with the control on the
VacIon pump providing the only low pressure vacuum gauge. After mounting
the sample the system was vacuum baked at 150 0C, and following this a
pressure at the pump in the 1079
 Torr range was reached.
The results to be presented were all obtained on one sample. Other
samples, used for the exploratory measurements, showed similar qualitative
behavior.
Results
For each run the sample was "annealed" in oxygen at about 0.5 Torr
for at least 16 h. The system was then evacuated and the conductance of
the sample was continuously recorded. The sample was alternately subjected
to "light on" periods (of increasing duration) and "light off" periods (of
the order of 10-20 minutes). Up to 100 minutes of integrated illumination
time, the intensity I o was used; for greater exposures, in order to at-
tain higher fluxes, the illumination intensity was increased to 40 Ia.
47
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In later discussions we use the term "integrated illumination time" to
rt
mean J (I/Io)dt.
0
Typical curves showing the transient response, rise, and decay of
photoconductance G are shown in Fig. 1 for a sample with 5 X 101 4 Cm-' ions
deposited of Fe(II) and of Fe(III). * As normally found 2i19 for ZnO photo-
conductance, neither the rise nor fall in conductance follows a simple law,
although the curves can be fitted to an Elovich law.
Figure 2 shows the change in "steady state" dark conductance as a
function of integrated illumination time. The value of AG is G - Go where
Go
 is the original dark conductance before any exposure to illumination
and G is the value of the dark conductance ten min after removing the
light. The value of Go is not noted in Fig. 2, but is usually about the
same magnitude as AG at 0.02 mi;i. It is apparent that the values of AG
and of dAG/dt are much lower with increasing surface additive.
The curve for AG for the first 10 to 1GO min depends on the oxygen
annealing. This is illustrated by a comparison of the results for the
case with 5 X 1014
 cm 2 additive. The results of Fig. 1 are the first
run, with no previous history of illumination in vacuum. These data are
not used in Fig. 2. The open squares in Fig. 2 are the next run, where
the sample was annealed for 16 h in 0.3 Torr oxygen. The other curve for
this concentration represents a run after 64 h of annealing in oxygen,
and it is observed that the initial conductance values are much lower,
close to the values in Fig. 1. However, the results for all three runs
coincide for t > 10 2 min. With nr Fe present (blank), the results are
insensitive to the annealing pretreatment used. The remaining data of
Fig. 2 were obtained after 16 h annealing prior to each run.
i^ With equal parts of Fe(II) and Fe(III), we will label the curves
according to the amount of each, not the sum of the two, and will
denote this concentration as LFe7.
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Figure 3 shows the effect of varying the additive composition, with
the total iron cyanide concentration maintained at 10 16 cm'. The lowest
degradation rate is observed with the mixture. The curves with pure Fe(II)
or Fe(III) additive are the first runs, with no previous history of illu-
mination in vacuum.
Figure 4 shows transient photoconductive rise and decay curves with
varying light intensity, the measurements made after a sample ([Fe] =
5 X 1014
 cm 2) was substantially degraded (after 4 X 10 3 min integrated
illumination time). As typical with decay curves following an Elovich
behavior, the decay does not come to a well defined steady state. Thus
the t = 0 value when the light is turned on for the next photoconductive
rise curve is not the same for each of the curves but depends on the
patience of the experimenter.
From Fig. 4, if we use 0.3 X 10-4 mhos as the dark conductance, we
can estimate the steady state photoconductance as a function of light
intensity. Such an estimate is shown in Fig. 5 for three different ad-
ditive concentrations. It is observed that the photosensitivity varies
from almost a linear relationship ([Fe] = 10 16 cm-2 ) to almost independent
of light intensity ([Fe] = 5 X 1014 cm 2).
In two cases at the completion of a run, dry oxygen was leaked in
until the pressure at the pump registered 10 -7 Torr. No change in con-
ductance over a half-hour period was observed. From this we suggest that
at "10-9 Torr" the residual oxygen pressure prubably has little serious
effect on the results obtained during the course of a run. In agreement
with other worker s 2 we found higher pressure oxygen (0.5 Torr, for ex-
ample) caused an immediate and rapid conductance decrease.
r
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Discussion
The first objective of this research was to show that the presence
of a recombination center would prevent the photolysis of ZnO which leads
to conductance changes. Clearly from Fig. 2 this objective has been met,
It is also evident in Fig. 4 that a mixture of the two oxidation states
is neceCsary for a high recombination velocity. However, more quantitative
interpretation can be suggested from these results, both regarding the
mechanism of photolysis and the action of foreign surface states as re-
combination centers.
Clearly the system under study is complex. During illumination
a) the donor density is changing (by photolysis), b) the surface barrier
may be varying because we are recombining :soles and electrons on the same
surface states which presumably control the surface barrier, c) the ratio
of Fe(II) to Fe(III) may be varying, and finally, d) there is the possi-
bility of nonlinear recombination by lithium acceptors.
We will separate these effects on the basis of the following reason-
ing. For the early stages of photolysis we will not attempt to interpret
the transient rise and fall of photoconductance (Fig. 1), but wil l  examine
these results solely in terms of photolysis, the ii •.reversible dark con-
ductance degradation (Figs. 2 and 3). As the model for degradation, we
will assume that during illumination lattice oxygen is neutralized and
the corresponding zinc dissolves into the lattice and diffuses away from
the surface. After long exposure times, when the sample has a relatively
steady state concentration of zinc donors, we will examine the transients,
the photoconductive rise and fall. Thus the results of Figs. 4 and 5
will be used to interpret the action of iron cyanide as a recombination
center.
f
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We will assume the action of the lithium does not vary as we vary
the parameters of interest here, and will neglect its probable role as
a compensating impurity (compensating the zinc donors) and as a trapping
and recombination center.
do There are several surface reactions required to describe the hole
rand electron capture at the surface leading to recombination or photol-
ysis. There is evidence from other work (to be published) that, after
a room temperature pretreatment in oxygen, there i.s little ferrocyanide
as such; a reaction
re(II) + 0 2 = 02 + Fe(III)
	
(1)
[adsorption of some form of oxygen (02) with the correspot:ii.ng oxidation
of the ferrocyanide] is shifted almost completely to the right. At the
initiation of illumination, we thus assume three possibilities fc,7 hole
capture, and one dominant reversible reaction involving electrons:
p + 0-	 027	 (2a)
2p + OL -'	 027	 (2b)
p + Fe(II)	 Fe(III)	 (2c)
r
Fe(II) : Fe(III) + e	 (2d)
where OL represents c lattice oxide ion. In vacuum Eqs. (2a) and (2b)
represent oxygen photodesorption and ZnO photodecomposition., both '.rrevers-
ible chemical changes. If Eq. (2a) occurs with a high capture cross sec-
tion, the 02 will be rapidly consumed. We will assume that reaction (2a)
(oxygen desorption) has a much higher probability than (2b) (decomposition).
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6u^face Recombination
After an integrated illumination time of 4 X 10 3
 min, when the con-
ductance degradation is no longer rapidly changing, Eqs. ('Le) and (2d)
are assumed to dominate. Converting rate laws for these reactions to
the usual solid state symbolism, we have for Un , the net electron capture
rate, and for Up , the net hole capture rate:
-eV /kT
Un
 = Kn(nb e	 s	 [Fe(III)] - nl [Fe(II)]}	 (3)
eV /kT
Up = Kppb e s	 [Fe(II)]	 (4)
as it is assumed here and later that on Zn0 thermal hole generation does
not occur because of the lal.ge energy gap. Here V
s 
is the surface barrier
defined as positive with the bands bent up, the square brackets indicate
concentration, and the other symbols are those commonly used 20 (the K's
are rate constants, ph and nb are the bulk hole and electron concentrations,
and n l
 is a factor depending on the surface state energy level and tempera-
ture, but assumed constant in this system).
r
At steady- stat
intensity, we change
change in [Fe(III)],
(We will assume nb is
added zinc, and thus
2t, Up = Un . Clearly as we change the illumination
pb. Steady state can be reestablished either by a
where 8[Fe(III)] _ -8[Fe(II)], or by a change in Vs
reasonably close to [Zn], the concentration of
constant.)
It can be shown by theoretical arguments that with [Fe] 2 5 X 1014 Cm-2,
any significant chan:,e in level population would provide a huge change in
Vs
 whether the surface layer were depletion or accumulation. Thus one
expects the dominant variable in Eqs. (3) and (4) to be V s . We can also
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show this directly from the experimental data. The photoconductance is
found from Fig. 5 to ba at most 3 X 10-4 mhos. From Eq. (5)
	
AO = AnseµW/L
	
(5)
[where n s is the number of electrons/cm2 contributing to the conductance,
W/L is the width to length ratio of the crystal ("3 for our sample), µ is
the electron mobility, assumed 100 cm 2 /V sec], we find the corresponding
Ans — 6 X 10 12 . This corresponds to a charge transfer negligible compared
to the additive concentrations. Thus from either a theoretical or experi-
mental basis ,ve conclude [Fe(Il)] ami [Fe(III)] should be considered as
constants in Eqs. (3) and (4).
Now the solution of Eqs. (3) and (4) becomes straightforward, with
a few simplifying assumptions. We assume under illumination the hole
current to the surface is proportional to the light intensity I and
independent of other parameters:
Up = UI = Kpps [Fe(II)]
	
(6)
whe:e p  is the hole density in cm 2 at the surface and ce is a constant
of proportionality. We assume a .linear relation between the extra charge
in the Zn0 and the surface potential
	
eAns = CAVs
	(7)
where C is the effective capacity and where Aps is assumed negligible.
With [Fe(II)1 "-` [Fe(III)], and assuming the surface state at about
0.1 eV below the conduction band '12p15 we can easily show that an
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faccumulation layer should be present for [Ln] 1 10 19
 cm 2 . Thus we antic-
ipate that C will be the order of 1 µF/cm2.20
Solution of these equations leads to a steady state photoconductance
of
AGphoto = ( CkTpW/L) 2n (1 + (aI/Kn[Fe][nl]))
	
(8)
which can be compared to the results of Fig. 5. When the value of [Fe]
is high, Eq. (8) shows AG should become linear in light intensity. This
is approached by the results for [Fe] = 1016 cm 2 . When the value of [Fe]
is low, as with the curve for [Fe] = 5 X 1014 cm 2 in Fig. 5, AG should
be proportional tc, the log of the light intensity with C the only unknown
in the expression for the slope. We find from the observed slope approxi-
mately C = 2 µF/cm 2 , a reasonable value.
Deviations from steady s'Late values lead to an equation of the form
d pns/dt = B(1 - exp PAn s }	 (9)
where B and S are constants, with its solution,
-AAnS
I - e	 = Ae 
^Bt	 (i0)
where A is the integration constant. This is a modified Elovich equation,
highly nonlinear, and easily reconciled to most experimental data. It
has been discussed in earlier work .21 We will not go through the exercise
of showing that nonlinear results such as those of Fig. 4 can be fitted
to it.
From the photoconductive response studies it appears that the action
of the additive as a recombination center follows a conceptually simple,
but mathematically nonlinear model.
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rPhotolysis
In this section we wish to calculate the rate of photodecomposition
(Eq. 2b), and compare the predictions to Figs. 2 and 3. Unfortunately
when we consider the initial stages of illumination, we cannot neglect
photodesorption of oxygen, as we did above.
First, let us consider the case with pure ferricyanide and that with
pure ferrocyanide on the surface. In the case where Fe(III) is the sole
additive, neither (1), (2a), nor (2c) can occur to any appreciable extent.
Thus the only hole capture process remaining is photolysis, (2b). Ex-'
perimentall.y we note that, with only Fe(III) on the surface at concentra-
tion 1016 Cm-2, the degradation is 100 times more rapid than when
5 X 1015
 cm- ' each of Fe(II) and Fe(III) is added. As expected, the
presence of F-(II) to compete in the hole capture process is required.
c
The case (Fig. 3) where Fe(II) is the :ole additive represents the
next stage of complexity. Clearly with only a donor additive presen7, in
high concentration and at an energy level just 0.1 eV below the conduction
band, the surface should be highly degenerate, with a high surface conduct-
ance. This is not observed experimentally; the surface conductance prior
to illumination is approximately 10 -9 mhos. This low conductance is of
course reconciled by oxidation of the surface state according to Eq. (1).
However, if we now assume that (2a) is the hole capture reaction of the
highest cross section, then the first chemical step will be the desorp-
tion of the Oz, and the degenerate surface and the high surface conduct-
ance should be reacquired. This effect will appear as an apparent
conductance degradation, but there is no photolysis involved. Such
photodesorption should result in W proportional to t, nearly than rela-
tionship experimentally observed and shown in the curve labeler! Fe(..I)
of Fig. 3.
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kl
p + O	 OL	 L
(11)
r
	
I
The most important case, of course, is that of the mixture, where
the photolysis rate is low due to the Fe ( II), and to surface electron
density is maintained low by the presence of the Fe(II1). In the initial
stages of illumination, according to the above theory, the dominant hole
capture process will be photodesorption, so little zinc w` . 11 be pro-
duced ( 2c). However few electrons will be produced due to the ( 2d) equi-
librium. We suggest, then, that during the initial part of the curves of
Fig. 2, photolysis is unnaturally slow because the capture cross section
for photodesorption is so high. The transition region of Fig. 2 repre-
sents the stage of complete photodesorption of oxygen. This transition
oc-urs later if [Fe] is higher, for from Er. 1, [02] will also be higher.
We will be interested only in the analysis of the later stages of
photolysis when the OZ has been assumed 5o we can neglect photodesorption.
Then we can examine the photolysis reaction (Eq. 2b). This reaction can
be separated into a series of irreversible steps, for example as follows:
k2
p + OL . J02	 (12)
k3
e +OL -^	 L
The basis for including a recombination step ( Eq. 13) in this series is
the observation that the "blank" curve tends to saturate as the concen-
tration of electrons builds up. A recombination step of this form seems
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fmost likely without requiring the introduction of other surface states,
Steady state analysis of this set of equations yields
d[02 ]/dt	 iklk2ps /(k3[Zn] + k 2 ps )
	
(14)
with p the surface hole density, and where we have substituted [Zn] for
s
the concentration of electrons. Now, if most holes are captured by ferro-
cyanide, p  is determined solely by (6), and is inversely proportional
to LFe(II)]. Then the rate of degradation must be described by Eq. (5)
and
d,ns/dt = 2d[0 2 ]/dt = (k2 k1 (aI) 2 /Rp[Fe] 2 )(k3 [Zn] + k 2 ps )-1	(15)
If the last denominator term of (15) is negligible, clearly the deg-
radation rate is inversely proportional to [Fe ]2, as observed experi-
mentally for t > 10 3 min. The degradation AG is not proportional to time
from Eq. (15) for [Zn] will increase with time.
Equation (15) describes the rate of generation of interstitial zinc
at the surface. The rate of removal by diffusion (which must equal the
generation rate) is derived from the diffusion law:
a[Zn]/at = W [Zn]/axe	(16)
Simultaneous solution of these nonlinear photochemical (Eq. 15) and
diffusion (Eq. 16) laws will presumably predict a time dependence for AG
between the 'Linear rate expected if the photochemical steps were completely
rate-liiAting (Eq. 15), and the ti rate expected if diffusion were rate-
limiting ([Zn] at x = 0 determined completely by the chemistry). Ex-
perimentally, however, in Fig. 2 the values of OG for t > 10 2 min, where
the measurements are meaningful, seem less sensitive to time (t to t 3
 law).
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The two most likely causes for the apparent discrepancy are: a) the zinc
is at a concentration far beyond its solubility limit and is precipitating
in the bulk material on dislocations, or b) the effective concentration
of neutral zinc in the dark (viz., during the measurement), is much lower
than the concentration under illumination (when the theory applies).
Such a difference should arise because of hole trapping by the lithium
acceptors during illumination.
Conclusions
Some degree of control of the surface properties of a typical semi-
conductor, ZnO, has been accomplished using a one-equivalent surface
state, when added in both oxidation states, as suggested by theory. Thus
the theoretical objectives of this research have been met. From a prac-
tical standpoint, it would be unfortunate if such large quantities
(_5 X 1014 cm-2 ) of surface additive were needed to significantly affect
vacuum photolysis. In practice, however, the additive appears to be much
more effective on undoped powders suitable for pigments, as will be dis-
cussed in later presentations. From both optical absorption (to be pub-
lished) and ESR studies 1 22 preliminary results show negligible degradation
with a surface concentration substantially less than 5 X 10 19 cm 2 . The
difference may derive from the crystal imperfections; i.e., the high dis-
location density of our lithium doped crystals may cause a higher quantum
yield for photolysis.
r
58
r
rILLUSTRATIONS
Fig. 1	 Transient rise and decay of conductance. The additive
concentration [Fe(II)] _ [Fe(III)] _ [Fe]
5 X 1014 Cm-2. The parameter indicated on decay curves
is the integrated time of illumination prior to
readingf
...	 . . . . . . . . . . . . . . . . . . . . . . . . 	 60
Fig. 2 Dark conductance increase vs integrated illumination
time. The numeral indicates the additive concentration
in ca 2 . The results of Collins and Thomas on
additive-free Li-doped Zn0 are shown for comparison . . . 61
Fig. 3 Dar;- conductance increase vs integrated M imination
time .
	 .	 . . . . . . .	 .	 . . .
	
.	 .	 .	 .	 .	 .	 .	 .	 . .
	
.	 .	 . .	 62
Fig. 4 Transient photoconductive rise and decay with varying
light intensity. The measurements are all subsequent
to 4 X 10 3 min integrated illumination time, so the
steady state dark conductance is varying very slowly.
Additive concentration [Fe] = 5 X 10 1 -1 cm Z .	 . . . . . . 63
Fig. 5	 Steady state photoconductance vs illumination intensity.
The additive concentration. [Fe] is given in cT, a, The
measurements are all subsequent to 4 ,< 	 min integrated
illumination time, so the steady state dark conductance
is varying very slowly .
	
. . . . . . . . . . . . . . . .
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FIGURE 1 TRANSIENT RISE AND DECAY OF CONDUCTANCE. The additive
concentration [1`001 = [Fe 101 = [Fel = 5 x 1014 CM-2. The
parameter indicated on decay curves is the integrated time of illumina-
tion prior to readings.
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Additive concentration [Fe] = 5 x 10 14 CM-2.
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fSECTION D
ESR MEASUREMENTS OF VACUUM PHOTOLYSIS OF ZnO POWDERS
Abstract
In the present study ESR is utilized to investigate photodamage
of Zn0 in powder form and to determine the effects of iron cyanide sur-
face additives and of dislocations. The principal ESR criterion of photo-
damage is the intensity of the resonance at a g value of about 1.96.
This resonance increases in intensity upon ultrea'olct irradiation, in-
dicating an increase in the density of unpairc. electrons in the ZnO.
For the conditions of irradiation, photodamage was not observable when
the iron cyanide surface additive was presenc on Zn0 at 10 -2 monolayers
or more, and a minimum in damage appears to occur for a ferri/ferrocyanide
ratio of about unity. These results are in qualitative agreement with
those on single crystals with iron cyanide surface additives. Prelimi-
nary measurements on Zn0 damaged by 1-MeV electrons indicate that iron
cyanide may also be effective as a protection against particulate damage.
Detailed study reveals two resonances with g values of 1.9564
and 1.9600. Based on the response of the two ESR s*gnals when the Zn0
is irradiated and subsequently exposed to oxygen, the signals may corre-
spond to the photodamage defects with optical absorptions in the infra-
red and visible, respectively. The temperature dependence of the
g — 1.96 line indicates that the paramagnetic electrons are principally
in the conduction band of Zn0 and that this description is slightly
altered at high donor densities.
An ESR investigation of dislocated Zn0 (produced by milling)
shows that ultraviolet irradiation in vacuum caused the g — 1.96 line
to increase faster than it did for undislocated ZnO.
A preliminary ESR investigation of irradiation damage to lan-
thanum oxide and zirconium oxide was made using ultraviolet light and
1-MeV electrons; however, the results are inconclusive and further work
is needed.
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Introduction
The investigation using single crystals of LnO has shown that
a surface additive of iron cyanide provides surface states that are ef-
fective in reducing vacuum photolysis of ZnO (Sections A to C). This
finding provides valuable information for the design of stable ZnO pig--
ments for thermal control coatings. However, in practice such pigments
are used in powder form, and therefore it is desirable to determine the
conditions under which the iron cyanide surface additive is effective in
reducing vacuum photolysis of ZnO powders.
There are very good reasons for selecting the ESR technique to
investigate photodamage in powders. (1) In ZnO 'k.here are several para-
magnetic centers which, in principle, may be involved in photolysis:
donors such as ionized interstitial zinc and ionized oxygen ion vacan-
cies; electrons in the conduction band; holes in the valence band result-
ing from photoexcitation; various defects such as dislocations and F-
centers; and chemisorbed oxygen species such as OZ, O- , and O. (2) The
ESR technique has been extensively applied to study ZnO, and several of
these studies deal directly with photoeffects. 1-11 (3) ESR is a high
frequency technique (10 10 Hz) and as such is much more suitable for
studying semiconductor powders than the do or low frequency ac tech-
niques that are applicable to single crystals.
In our exploratory studies it was found that the g — 1.96 line
provided a sensitive parameter with which to monitor changes of para-
magnetic centers in ZnO due to illumination in vacuum. Thus it became
important to understand in detail the origin of the g — 1.96 line. Al-
though numerous papers have dealt with the nature of the paramagnetic
center giving rise to this resonance, the origin of the resonance is
still not completely understood. The interpretations fall into two
principal categories according to whether the signal is assigned to a
paramagnetic electron (1) localized on a donor levels, 7,8,10-13 (where
the donor level can arise from defects such as interstitial zinc ions,
oxygen ion vacancies, an F-center, or halogen donors), or (2) nonlocal-
ized, in a shallow donor band and/or, conduction band. 9 , 14 1 15 The situa-
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tior is further confused by complexities associated with the g — 1.96
line that suggest the existence of more than one paramagnetic center, 	 `
e.g.,more than one type of donor.'r s , 9-13,1G Evidence of complexities is
deduced from the effects on ESR spectra by varying pretreatment, doping,
adsorption of gases, and temperature of the ZnO. The complexity of the
g ­ 1.96 line is illustrated in Table I, which summarizes for various
treatments of Zn0 the g values, uv sensitivities, and assignments of the
resonances reported in various investigations, including that of the
present study (items (m) through (o)). At this point two generalizations
may be made from the table: (1) two resonances with g values of about
1.957 and 1.960 are observable, and (2) the resonance at the lower g
value is photosensitive.
Work performed under the contract consists first of an investi-
gation (using the g --1.96 line as a criterion) of photodamage to ZnO,
in particular a study of the effects of the iron cyanide surface addi-
tive, and second a study of the nature of the g — 1.96 paramagnetic
center by measurement of the temperature behavior of the resonance.
Experimental
The details of the ESR equipment are described in Section E.
All ESR measurements were made at room temperature.
The zinc oxide samples with surface additives of iron cyanide
were prepared in the following way. A 1-g sample of Zn0 (N.J. Zinc Co.
S.P. 500) was placed in a 15-m1 Buchner funnel with a medium frit, and
a 5-ml aliquot of an iron cyanide solution was added, mixed with a small
glass rod for 1 min, and suction was then applied for 1 min so that all
excess solution was removed from the funnel. Such funnels containing Zn0
treated with different solutions were placed i l  an air oven to dry at
400 0K for 1 hr, and then the caked Zn0 was gently broken up and trans-
ferred to bottles. About 0.1 g of these air dried Zn0 samples was trans-
ferred to quartz tubes (3 mm i.d.) and pretreated in either of two dif-
ferent ways, unless otherwise specified. For Zn0(I) the quartz 'tube was
fused to a vacuum system (oil diffusion pump with traps in liquid nitro-
gen) in such a way that during evacuation the ZnO could be uv irradiated
r
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or examined by ESR; the pretreatment was a heat treatment at 52 .5 0K first
in air for 1 hr and then in vacuum (_10 -4 torr) for 10 min. For 7,n0(II)
the quartz tube was sealed to a vacuum system, the Zn0 was evacuated and
heated at 925 0K for 0.5 hr, then at 525 0K for 0.5 hr, and finally sealed
off at a pressure of about 10-5 torr. In order to minimize outgassing
of the quartz during seal-off, the part of the tube concerned was heated
by a furnace to 600 0K during the evacuation.
The Zn0 samples at a distance of 50 cm were irradiated with un-
filtered light from a 200-W mercury-xenon lamp (PEK 210) in a housing
equipped with quartz optics and a front surface mirror (system f-number,
f/0.55). Irradiation of Zn0(I) was performed in situ but with the ESR
cavity removed in order to prevent heating the cavity. Irradiation of
Zn0(II) was performed with the sealed tube mounted, along with other
samples of a given set, on a quartz rod rotated at about 1 rpm in order
to provide uniform irradiation on all sides of the sample.
Solutions containing 0.01 M iron cyanide, which were freshly
made up from K 3 Fe(CN) 6 and K 4Fe(CN) 6 . 3H 30 (Baker's reagent grade), were
mixed and diluted to provide solutions with (1) total iron cyanide con-
centrations in the range of 10 -2 to 10-8M at a ratio of ferri/ferro-
cyanide of unity, and (2) ratios of ferri/ferrocyanide in the range of
0.01 to 100 for given total iron cyanide concentrations, e.g., 10-6M.
Lanthanum oxide and zirconium (Research Organic/Inorganic
Chemical Co., 99.99+% and 99.50, respectively) were selaed in individual
quartz tubes after heating in situ to 775 0K in vacuum for one hr.
Some powder samples in sealed tubes were irradiated with 1-MeV
electrons for 1 min with a fluence of 6 x 10 t9
 eV/gm. In these experi-
ments the powder was transferred to one end of the tube for electron ir-
radiation and to the other end, which was shielded with lead during the
irradiation,for ESR examination.
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Results and Discussion
Character of the g	 1.96 Line
The appearance of the resonance at g — 1.96 and its response to
uv irradiation and oxygen adsorption were different for Zn0(I) (continu-
ous pumping) and Zn0(II) (sealed after evacuation). The ESR spectra at
g — 1.96 for Zn0(I) are shown in Fig. 1. Two lines are evident after the
pretreatment, and differences in their behavior are illustrated by their
response to uv irradiation and to subsequent exposure to 10 torr oxygen.
The g values for these lines were estimated from the cross-over point of
the derivative curves to be g  = 1.9600 and g^ = 1.9564. The intensity
of the g$ line ;vas strongly increased by uv irradiation, and after ir-
radlation its intensity decreased with time and with exposure of the Zn0
to oxygen. The g$ line vanished when the Zn0 was exposed to air at 760
torr, but the effect cannot be reversed by evacuation of the Zn0 at room
temperature. The g. line appears to be much less affected by irradiation
and subsequent exposure of the Zn0 to oxygen.
The decrease of the g5 line with time after irradiation may re-
sult in part from electron-hole recombination and in part from the ini-
tial lowering of the sample temperature after the irradiation. However,
the decrease is most probably caused by readsorption of residual oxygen
present on the glass due to desorption from the ZnO during the relatively
short evacuation time of the pretreatment.
By contrast, for the case of Zn0(II) only a broad structureless
line at g — 1.96 was observed in the ESR spectra when the Zn0 had been
sealed off under conditions that reduced the residual oxygen to low val-
ues, i.e., prolonged evacuation and heating of both Zn0 and glass. How-
ever, evidence of the existence of two resonances in the ESR spectrum
of Z130(II) was indicated by shifts in the g value toward lower values
(g^) upon irradiation and to higher values (g « ) upon subsequent exposure
of the sample to oxygen. For example, for Zn0(II) the g value was 1.9570
both after heating in vacuum and after irradiation, and 1.9590 after sub-
sequent exposure to air.
Incidentally, the ESR spectra of Zn0(II) samples sealed in
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quartz tubes remained unchanged once the temperature of the samples sta-
bilized at room temperature. This behavior indicates that the adsorption
of available oxygen caused the slow decrease in the intensity of the g,
line. With ZnO(II) no change was observed since the oxygen pressure was
low.
The uv sensitivity of the line at g6 = 1.9564 is similar to that
at g = 1.9555 reported by Hahn, Nink, and Severin. 7 The present investi-
gation confirms the earlier observation ? and, in addition, shows that uv
irradiation increases both the go, and g5 lines and that only the gs line
is reduced in intensity by exposure of the `InO to oxygen.
It is of considerable interest to note that the behavior of the
ga
 and gs lines appears to parallel the behavior of optical damage re-
ported in the visible and infrared spectral regions of irradiated ZnO,
respectively. In both cases there is evidence for two defects, one re-
covering upon oxygen exposure, and one "irreversible." Thus it appears
that uv irradiation in vacuum gives rise to two principal damage centers
that can be detected either optically or by ESR. The latter is probably
the more sensitive technique since significant changes are observable
after irradiation for 1 hr.
We speculate that these centers are associated with intersti-
tial zinc (g,) and with excess zinc, which has exceeded the solubility in
the ZnO lattice and precipitated at crystal defects such as dislocations
(g ). The results of the temperature dependence of the g — 1.96 line
(Section E) indicate that the paramagnetic electrons are partly in the
conduction band (g,) and partly associated with a donor band at high
donor densities (g").
Pretreatment
Several considerations enter into the selection of the pre-
treatment conditions of the ZnO prior to uv irradiation. First, if the
pretreatment temperature is too high, there is an interaction between
iron cyanide and ZnO. Second, the initial donor density (spin density
of the 1.96 line) depends on the pretreatment, and for high sensitivity
I
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we want the initial value to be low. Third, we must remove the recom-
bination center associated with II 2O. The restrictions associated with
each of these will be discussed below.
In the first case, when iron cyanide was present on the ZnO,
I
the resonance line disappeared for heating
above, while a substantial increase in the
served above this temperature when the Zn0
water. This relationship is shown in Fig.
density is plotted for Zn0 ( I) after drying
water ( curve A) or from a O . 01M iron cyanic
temperatures of 525 0K and
resonance intensity was ob-
had been in a slurry of only
2 where the relative spin
from slurries containing
le solution with a ferri/ferro
ratio of unity. For convenience the relative spin density is approxi-
mated by the product of I*Ah 2 , where I*
	 = I	 /I, I l ^ is the peak-p
peak intensity, Ah is the line width of the resonance, and I  is the in-
tensity of the reference signal (0.1^ pitch in KC1). The increase of
spin density for curve A above 475 0K is believed to correspond to the
onset of desorption of chemisorbed species, such as oxygen and water,
which leads to electron transfer from the surface to the bulk of ZnO.
The reason for the decrease . of curve B at about 500 0K is not definitely
known, but it is probably si3soeiated with a reaction such as
Fe+3 + e(.196)	 Fe+2 	(1)
which represents the capture by ferricyanide surface states of the con-
duction electrons of the bulk. This reaction is apparently favored at
high iron cyanide concentrations and is of less importance at low con-
centrations, as can be seen from the VAC -HEAT curves in Figs. 3 and 4
for Zn0 ( I) and Zn0 ( II), respectively; note that the ordinate scales
differ.
It is of interest to note that as the iron cyanide concentra-
tion is increased, the spin density of the resonance drops to low values
when the concentration is in a range of about 10 -4 to 10-5M. This amount
of iron cyanide additive on the Zn0 surface is about equal to the total
number of donors in ZnO. That is, semiquantitative measurements of
amount of iron cyanide retained during pretreatment show that a 10-5M
iron cyanide solution will provide a surface coverage of 10-4
 monolayers,
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assuming complete dispersal of the additive and a surface area of ZnO
of 3m 2/g. This amount of additive is sufficient to react (according to
equation 1) with all the donors in the ZnO, which was found by an abso-
lute spin measurement to have a donor density of 10 16cm 3.
The second considerati on in selecting the pretreatment condi-
tions is to optimize the initial donor density. A low initial donor
density, such as that obtained in ZnO(I) by heating in air, provides an
opportunity to observe uv effects leading to a relatively small increase
in spin density of the g — 1.96 line; whereas a high initial spin den-
sity, such as that obtained in ZnO(II) by heating in vacuum without
heating in oxygen, results in a high spin density and leads to diffi-
culty in recognizing the relatively small increases caused by uv irradia-
tion.
This point is illustrated in Figs. 3 and 4, which show that the
spin densities of the resonance for given treatments, e. .g., after vac-
s
uum heating or irradiation, are much lower for ZnO(I) than for ZnO(II),
but that changes caused by uv irradiation are more evident in the former
case.
The thi rd consideration in selecting pretreatment conditions is
to assure that the iron cyanide surface states provide the dominant
electron-hole recombination centers. In other words, chemisorbed spe-
cies such as oxygen and water are known to be surface recombination cen-
ters for electron-hole pairs, and these must be desorbed '.n order to
minimize their effects relative to that of the iron cyanide. It is as-
sumed that such chemisorbed species on thermal control pigments would
eventually be photodesorbed in the high vacuum of outer space, and then
the iron cyanide additive would become the effective recombination cen-
ter. Therefore, in laboratory tests it is necessary to desorb such vola-
tile species. However, in the presence of iron cyanide the desorption
temperature is limited by considerations discussed in connection with
reaction (1); therefore the desorption temperature should probably not
exceed 525 0K.
Furthermore, the desorption temperature sequence will influence
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the character of the chemisorbed oxygen, and hence the nature of the re-
combination center, and considerable evidence has been found to support
a process of intev,,onversion of chemisorbed oxygen species, ll any one
of which may serve as a recombination center for electron -hole pairs.
For example, the OZ species is believed to be stable up to temperatures
of about 455 0K but begins to convert to the O species at about 4650K.20
However, during heating in vacuum, desorption of O; can occur at about
425 0K but desorption of 0 requires much higher temperatures. Accord-
ingly, in the pretreatment for ZnO(II), the vacuum heating at 425 0K pro-
vides for 0; desorption, and after most of the oxygen is desorbed and
there 1s little likelihood of conversion to 0 - , later heating at 5500K
provides for desorption of water and carbon dioxide.
The Effects of Iron Cyanide Surface Additives
It 1s found by ESR examination, as discussed above, that the
changes in properties of Zn0 upon pretreatment are different depending
upon the presence or absence of iron cyanide additives. Here we show
that the changes of properties due to illumination in vacuum are dif-
ferent depending on the presence or absence of iron cyanide. In par-
ticular, in the presence of iron cyanide there is a much lower sensi-
tivity to illumination in acuum. These property changes are monitored
by the g 1 . 96 line and will be discussed in terms of (a) the effect of
the surface concentration of the additive and (b) the ra+._o of ferricya-
nide to ferrocyanide.
The effect of iron cyanide concentration is shown for Zn0(I)
Pnd Zn0(II) in Figs. 3 and 4. Three curves are shown, with the spin
density Mil	 measu7d: (1) after the vacuum-heat pretreatment, (2) as
a result of uv irradl^ tion, and (3) after subsequent exposure of the Zn0
to oxygen. The iron cya%ide is added to the Zn0 as described in "Experi-
mental," and for these murements the ferri/ferro ratio was unity. The
effect of irradiation on the spin density (the change between curve 1
and curve 2) is shown more clearly in Fig. 3 [Zn0 ( I)] where the pre-
treatment of heating in oxygen has provided a low initial spin density.
It is clear that irradiation has little effect on spin density for iron
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cyanide concentration Z 10 3 M, i.e., a surface coverage of about 10 -2
monolayers or more. Similar behavior is indicated for the Zn0(II)
sample based on data in Fig. 4 obtained at 10- 6 and 10-7M iron cyanide
and further substantiated by the data obtained at 10 -4M (large solid
point) from results to be presented later in this report.
After exposing the irradiated ZnO to oxygen (curve 3 of F'gs.
3 and 4), the spin density decreased. However, it is not clear from
the present results to what extent the residual spin density values
(curve 3) are determined by the vacuum-heat pretreatments or by the
photodamage during irradiation.
Addition of iron cyanide to Zn0 also caused an increase in
another resonance, that of the broad asymmetric resonance (^•1000 Oe) at
a g vane of about 2.2, which is present in the starting material.
Since the Zn0 is reported to contain 1 ppm iron*, and ferric ions are
reported to give rise to such a resonance, 19 it is tentatively concluded
that the increase of the resonance upon addition of iron cyanide is also
due to ferric ions. Upon uv irradiation this resonance decreases in
peak-peak amplitude by a factor of as much as 0.5, suggesting that
ferric ions capture photoproduced electrons and perhaps are converted
to ferrous ions or to a ferric ion complex with a broader resonance,
which is more difficult to detect. Quantitative measurements of spin
density are almost impossible to make because of the broad asymmetric
character of this line.
The effect of the ferri/ferro ratio was small and hence diffi-
cult to measure experimentally. However, the photodamage may be ex-
pected to pass through a minimum for a ferri/ferro ratio in the vicinity
of unity. That is, such a recombination center of electron-hole pairs
must capture electrons by means of ferric ions at the same rate as holes
are captured by ferrous ions, and about equal concentrations of these
ions will be required if the respective capture cross sections for elec-
trons and holes are equal.
N. J. Zinc Co., private communication.
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rThe dependence of photodamage on the ferri/ferro ratio was in-
vestigated for Zn0(II) exposed to 10-6b? iron cyanide. The effect of ir-
radiation time after the vacuum-heat pretreatment is shown in Fig, 5.
For the ratios 0.01, 1.1, and 100 the spin density of the resonance in-
creased rapidly within the first hour and then levelled off, whereas
for the ratios 1 and 10 very little change in spin density seems to have
occurred. The change of spin density after 17 hours' irradiation (Fig.
6) shows a minimum in the vicinity of unity. However, the uncertainties
in the data, indicated by the error bars obtained from the variations in
the points of Fig. 5, are large. Therefore further work is recommended
to determine with greater certainty the effect of fevri/ferro ratio;
probably Zn0(I) would be a better substance to study because it has a
smaller spin density before irradiation than Zn0(II).
In summary, the iron cyanide surface additive on Zn0 in surface
coverage of 10-2
 monolayers or more tends (1) to reduce the spin density
of the g — 1.96 line when the solid is heated in vacuum, and (2) to re-
duce the tendency of subsequent uv irradiation to increase the spin den-
sity of this line. The results in the former case (heating in vacuum)
may be associated with capture of conduction electrons of Zn0 by ferri
cyanide at the surface. The results in the latter case (irradiation)
show, however, that sufficient ferricyanide must be still present on the
surface to provide the ferri/ferro couple required for an electron-hole
recombination center and for the observed photodamage protection of the
ZnO.
With powders, 10 -2
 monolayers of iron cyanide provide protec-
tion, where from the electrical conductivity studies of single crystals
of Zn0 with iron cyanide additives (Section C) it was determined that 0.1
monolayer was required for observable photodamage protection. The larger
surface coverage required for single crystals may be caused either by a
tendency of single crystals' to have a greater density of dislocations,
which may act as hole traps, or of single crystal surfaces to promote
growth of larger iron cyanide crystals, which thus reduce the efficiency
of surface covera•-e.
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The electrical conductivity of Zn0 increases with various
treatments such as heating in vacuum anu uv irradiation, and the presence
of iron cyanide seems to enhance the effect. It was essential to de-
termine if the increases in electrical conductivity resulted in micro-
wave skin depth limitations for, if so, the ESR resonance signal inten-
sities would be reduced, and the apparent measured spin density would
be too low.
The incroase of electrical conductivity is evidenced during
ESR measurements by (1) a decrease in cavity Q, which is indicated by
the oscilloscope presentation of the cavity mode sweep pattern, (2) by
the decrease of the intensity of a reference ESR signal, i.e., I p , and
(3) by a change in the do bias of the crystal detector (Section E).
In order to test this possibility, samples were prepared where
the intergr-..ular conductivity was maintained low by diluting the ZnO.
The Zn0 was diluted with zirconium dioxide, which is a relatively good
insulator and is not easily damaged by uv irradiation. The ESR results
obtained from irradiation of Zn0 and of ZnO:ZrO 2 mixtures (1:9 weight
ratio), without or with iron cyanide applied from 10 -4 to 10-7M solu-
tions, are tabulated in Table II. For these measurements the samples
were pretreated according to the procedure for Zn0(II) except that Zr02
was added after the iron cyanide treatment and before the final heating
in vacuum. The samples were heated in vacuum either in the "dry" state
or after wetting with 1 ml water/g powder ("wet" in Table II) and drying
at 400 0K. The relative spin densities were measured after a sequence
of three steps: heating in vacuum, uv irradiation for one hour, expo-
sure to one atmosphere air. For the Zn0 exposed to 10 -7M iron cyanide
the results for pure "None" and "dry" samples are almost identical and
in essential agreement with the data in Fig. 4. Therefore, based on
this agreement the absence of a skin effect is demonstrated. The lower
values of spin densities for the "wet" sample are probably caused by some
loss of iron cyanide (10-7M) when the ZnO-ZrO 2 slurry was dried, Such a
loss could occur by partial transfer of the iron cyanide to ZrO 2 crystals.
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rFor the Zn0 exposed to 10 -4M iron cyanide the spin density was negligible
and, since intergranular conductivity must be minimal in these samples,
it is concluded that a skin effect is most likely absent. Based on this
conclusion an additional point was added to Fig. 4 (the large solid
point).
It is concluded that the ESR spin density measurements seem
not to have been affected by a microwave skin effect.
Effect of Dislocations
We have developed a model for photodegradation (see Interim
Report, Nov. 1968, this project) relating photodamage to dislocations.
It was suggested that the dislocations may serve as hole-traps or as
sites for precipitation of excess zinc formed as a result of uv photolysis
of the metal oxide, and this excess zinc and the strains produced in the
crystal by the precipitation may be associated with the excess visible
absorption of the photodegraded ZnO.
In order to investigate the effects of dislocations, it seemed
natural to extend the ESR measurements to study photodamage of Zn0 that
was ground mechanically in order to introduce dislocations. Grinding
Zn0 has been reported to result in an asymmetric ESR triplet signal
which disappears upon heating above 373 0K; ls
 however, effects of uv ir-
radiation were not studied by those authors.
In our study, several grams of Zn0 powder were ground with a
glass mortar and pestle until the powder was faintly yellow. The ESR
spectrum of this powder in the presence of 760 torr air, shown in Fig.
7, exhibits five principal signals which are tabulated as to normalized
peak-peak intensities and g values in Table III. Upon evacuati,;n, es-
pecially at an elevated temperature, four signals (c, e, f, and g) dis-
appeared which indicates either that desorption of paramagnetic adsorbed
species occurred or that traps such as F-centers were emptied. As a
result of heating in vacuum the intensity of one resonance (a) at g =
1.9574 increased, a result expected upon desorption of chemisorbed spe-
cies. Ultraviolet irradiation caused an enhancement of this signal and
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also the appearance of a resonance (b) at g = 2.0037. Resonances (b)
and (c) are probably identical, and the apparently higher g value of
resonance (c) may result merely from the overlap by the intense reson-
ancc (e). Subsequent exposure of the Zn0 to air resulted in the ex-
pected decrease of resonance (a), an increase in resonance (b), and the
appearance of a resonance (d) at g = 2.0092. By contrast to the dis-
located ZnO, the ESR spectrum of Zno from the "bottle" exhibited only
resonance (a) at about one-half the intensity of dislocated ZnO for the
"Air, 760 torr" treatment of Table III.
It was of interest to determine whether differences in photo-
damage are exhibited by normal and dislocated ZnO using the resonanc(:
at g — 1.96 as a criterion. For this purpose it was convenient to use
the mechanically damaged ZnO diluted with Zr0 2 in a 1:9 weight ratio.
The dry powders were mixed gently, and then heated at 525 0K in vacuum
for 1 hr. The results in Table IV list for quantitative comparison the
relative spin densities for the normal and dislocated samples, and for
specific treatments give the percentage change between the normal and
the dislocated sample. Irradiation produced an increase of 24%, which
is significant compared to the relatively small changes resulting from
the other two treatments.
In summary, we conclude from these results that the ESR tech-
nique has revealed several resonance signals, which qualitatively demon-
strate that dislocations enhance photodamage. The interpretation of the
resonances should, however, be postponed for future study.
1-MeV Irradiation of Oxides
Semiconductors, such as La 203 and ZrO 2 , are potentiall•- useful
as pigments in thermal protection coatings because their band gaps are
larger than that of ZnO; hence, the solids should absorb less solar
ultraviolet light. A preliminary ESR investigation was made on these
powders to determine whether photodamage could be observed.
Ultraviolet irradiation for one hour of vacuum heated La203
powder showed essentially no significant changes in ESR spectra at room
temperature or at 77 0K. However, irradiation of vacuum heated Zr02 for
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fabout one hour resulted in a very weak ESR line at about g = 2.00,
which increased slightly after continued radiation.
In order to increase photodamage, 1-MeV electrons were used to
irradiate the powders; however, no significant changes in ESR were ob-
served for the irradiation conditions employed.
In addition, two samples of Zn0(II) exposed to iron cyanide
(ferri/ferro = 1) were irradiated with the 1-MeV electrons. As a result
of this irradiation the g = 1.9580 line appeared in the sample treated
with 10-7M iron cyanide but did not appear for the sample treated with
10-2M iron cyanide. Thus, the ESR criterion indicates that protection
of the iron cyanide additive is qualitatively the same for irradiation
by uv and by high energy electrons. This preliminary study is very in-
triguing and such studies should be pursued further.
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Table I
SUMMARY OF INDICATIONS OF TWO-FOLD CHARACTER OF g — 1.96 LINE OF ZnO
Pretreatment g Values
UV
Sensitive* Assignment Ref
(a) 1175 0K - air g1l = 1.956 + oxygen ion vacancy 5
gl = 1.957
(b) - 911 = 1.956 + mobile electrons
g1 = 1.955 either in conduction 14
band and/or shallow
donor bands
I(c) 1175 0K + Cl- 1.960 substitutional halogen 5
donor
(d) 1250 0K - air 1.957 +- surface and bulk donors 6
(e) None 1.957+ + bulk donor 6
(f) 1200 0K - air, 1.9555 + interstitial oxygen ions 7
then 1125 0K - air 1.9580 - oxygen defects
(g) 775 0K - vac 1.9567 interstitial Znt 121
(h) 775 0K - vac, then 1.9660 interstitial Zn + 12
0 2 or TBHP 1.9620 oxygen ion vacancy 12
(i) 775 0K - 0 2 , vac 1.9607 oxygen ion vacancy 12
(j) 775 0K - vac, 1.957 cf	 (f) 17
then 0 2 , NO, etc. 1.961
(k) 1425 0K - vac - Zn 1.957 + electrons bound at 10
donor sites
(1) None - air 1.9539 + F-center 8
(m) 575 0K - vac + 0 2 1.9564($) + precipitated Zn+ This
1.9600(x) - interstitial Znp+, paper1
(n) 575 0K - vac, 95 0K 1.9578($) Section E
550 0K 1.9600(x)
(o) ZnO:In - vac 525 0K 1.9490 Section E
* Increase in ESR intensity indicated by +, no effect by - .
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Table II
TEST OF MICROWAVE SKIN EFFECT:
EFFECT OF MIXING Zr02 WITH ZnO ON THE UV DAMAGE
MEASURED BY THE RELATIVE SPIN DENSITY OF THE g ^ 1 . 96 LINE
ZnOa Diluentb
Relative Spin Density,° Mi
Heat - Vac UV 1 hr Air
Zn0	 10-7 Fe None 48 64 10
Zr0 2 , dry 43 64 13
Zr02 , wet 24 45 8
ZnO	 10-4M Fe None Nil Nil 2
Zr02 , dry Nil Nil Nil
Zr02 , wet Nil Nil 5
(a) Pretreatment as for Zn0(II).
(b) Ratio of Zn0/Zr0 2 is 1/9 by weight; for 'dry" sample components
just mixed, and for "wet" sample 1 g dry mix was wetted with
1 ml water and dried in air at 4000K.
(c) Experimental values of Mi 	 of ZnO with Zr0 2 have been
increased by factor 10 to normalize to pare ZnO.
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Table III
RELATIVE PEAK-PEAK INTENSITIES
OF ESR LINES OF DISLOCATED ZnO(a)
g	 v a l u e (b)
a b c d e f g
Treatment 1.9574 2.0037 2.0044 2.009 2.0136 2.0187 2.0368
• Air - 760 torr 55 Nil 20 Nil 200 30 55
• Vac - 300 0K 45 Nil 10 Nil 150 10 Nil
• Vac - 450 0K 180 Nil Nil Nil Nil Nil Nil
• UV - 1.5 hr 820 60 Nil Nil Nil Nil Nil
• Air - 760 torr 350 90 Nil 35 Nil Nil Nil
(a) Zn0 ground with glass mortar and pestle until a faint yellow.
(b) The letters designating the resonances have no relationship to
the letters designating pretreatment in Table I.
f
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Table IV
EFFECT OF UV ON RELATIVE SPIN DENSITY OF g = 1.957 LINE
OF NORMAL AND DISLOCATED ZnO MIXED WITH Zr0 2
 (1:9)(a)
Treatment Relative Spin Density, M31
Normal Dislocated % Change
Vac - 525 0K 14.4 14.2 -1
UV - 1 hr 14.9 18.5 24
Air - 760 torr 1.9 1.8 -5
(a) Zno ground with glass mortar and pestle prior to mixing
with Zr02.
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fFIGURE CAPTIONS
Figure 1	 ESR spectra in the vicinity of g — 1.96 line for Zn0(I) be-
fore and after ultraviolet '. , radiation. Curve at 60 min ob-
tained after Zn0 was exposed to 10 torr 0.. g^ = 1.9600 and
gs = 1.9564.
Figure 2	 Effect of vacuum heating or tht= relative spin intensity,
I*Ah 2 , of Zn0 prepared from (A) water slurry and (II) slurry
containing O.01M iron cyanide with ferri/ferro ratio = 1.
Figure 3	 Effect of iron cyanide concentration at ferri/ferro ratio =
1 for Zn0(I): (1) heated at 525 0K in air one hour and then
in vacuum 10 min, (2) ultraviolet irradiated one hr, and (3)
exposed to air and evacuated,
Figure 4	 Effect of iron cyanide concentration at ferri/ferro ratio =
1 for Zn0(II):
(1) vacuum heated at 425 0K 30 min, then at 525 0K 30 min,
(2) ultraviolet irradiated 1 hr, and
(3) exposed to air and evacuated.
Figure 5 Effect of ultraviolet irradiation time on relative spin den-
sity, M 96 , of Zn0(II) treated with 10-GM iron cyanide with
different ratios of ferri/ferro cyanide.
Figure 6	 The effect of ferri/ferro ratio for Zn0(II) treated with
10 -GM iron cyanide on the change of relative spin density,
AM* 96 , caused by ultraviolet irradiation for 17 hours.
Figure 7
	 ESR spectrum of mechanically ground Zn0 in air at 760 torr.
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FIGURE 1 ESR SPECTRA IN THE VICINITY OF g 	 1.96 LINE FOR Zn0(1)
BEFORE AND AFTER ULTRAVIOLET IRRADIATION. Curve at
60 min obtained after ZnO was exposed to 10 torr 0 2 . go = 1.9600
and gR = 1.9564.
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FIGURE 4 EFFECT OF IRON CYANIDE CONCENTRATION AT FERRI/FERRO
RATIO = 1 FOR ZnO (11):
(1) Vacuum heated at 425°K 30 min, then at 525°K 30 min,
(2) Ultraviolet irradiated 1 hour, and
(3) Exposed to air and evacuated.
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FIGURE 5 EFFECT OF ULTRAVIOLET IRRADIATION TIME ON
RELATIVE SPIN DENSITY, Ml 96, OF ZnO(II) TREATEDWITH 10-SM IRON CYANIDE WITH DIFFERENT RATIOS
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FIGURE 6 THE EFFECT OF FERRI/FERRO RATIO FOR ZnO(II) TREATED WITH 10-6M
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IONIZATION ENERGY OF DONORS IN ZnO POWDER
BY EXTENDED ESR MEASUREMENTS*
K. M. Sancier
Solid State Catalysis Laboratory
Stanford Research Institute
Mcnlo Park, California 94025
Abstract
Ionization energies of donors in powder samples of ZnO, both
undoped and In-doped, and of mixtures of Zn0 and Zr0 2 were determined by
two methods: ( 1) using the temperature dependence of ESR measurements
of the g ~ 1.96 line and (2) using two electrical conductivity Para-
meters, 1/Ip , the reciprocal ESR intensity of a reference sample, and
Icc , the do bias current of the microwave crystal detector. A theoreti-
cal treatment was developed to account for the temperature dependence of
magnetic susceptibility and for the population of the donor level and
'	 the conduction band according to the semiconductor band model, and elec-
tron mobility. The donor ionization energies calculated with the elec-
trical conductivity parameters are between 0.033 and 0 . 049 eV, in the
range of reported values. The donor ionization energy obtained from the
g — 1.96 line is about 0 . 011 eV for Zn0 and Zn0 + Zr02 and essentially
zero for ZnO:In. It is concluded that the g — 1.96 line of Zn0 can be
assigned principally to electrons in the conduction band, but the lower
temperature dependence of this resonance is tentatively attributed to
the presence of high local densities of a modified zinc donor.
se This research was supported by the Jet Propulsion Laboratory, Cali-
fornia Institute of Technology, sponsored by National Aeronautics and
Space Administration under Contract NAS 7-100.
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tIntroduction
Despite the considerable volume of published research on zinc
oxide, its physical properties are still not adequately understood.
Further studies have been spurred by applications of Zn0 to electro-
photography and more recently by the need for an ultraviolet-stable
white pigment as a thermal control coating for satellites in outer
space. Both these technologies are based on the solid-state properties
of Zn0 in the powder form. As ESR is particularly suited for determin-
ing the properties of samples in the form of powders, we have developed
the ESR technique to provide information about the properties of Zn0
donors in powdered samples. This paper concerns an investigation of the
temperature dependence of the ESR line at g — 1.96, which appears to be
associated with the mechanism of ultraviolet damage, and of two elec-
trical conductivity parameters measurable by extended ESR measurements.
The character of the paramagnetic center in Zn0 giving rise to
the ESR signal at g — 1.96 is still open to question, although numerous
papers have dealt with the sub,ject.' -11 Interpretations of the para-
magnetic center fall into two categories according to whether the signal
is assigned to an electron (1) on a donor level' 4,8,10 or (2) in a
shallav donor and/or in the conduction band .2p3,11 The situation can be
described by the reversible reaction
Zn. : Znt + e1	 1
According to this relation, the donor, which we assume to be intersti-
tial zinc, Zni , is ionized to form an ionized donor Zni and an electron
in the conduction band e. Both Zni and a are expected to be paramag-i
netic. At room temperature the forward reaction is almost complete,
since from Hall effect measurements the energy level for this ionization
is about 0.05 eV below the bottom of the conduction band. 12 Much higher
temperatures are required 12 for ionization of an electron from Zni. Ati
higher donor densities, a donor band may form which may become degener-
ate with respect to the conduction band.3
The evidence favors the assignment of the paramagnetic center to
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an electron in the conduction band. The strongest evidence for this
assignment derives from the fact that the g — 1.96 line intensity is
rapidly reduced to low values when an electron acceptor such as oxygen
is sorbed on ZnO. 11,13 , 14 Under these conditions chemisorptlon of the
oxygen removes only electrons from the conduction band, whereas the more
slowly diffusing Zni remains in the bulk. According to this vies; the
paramagnetic Zni centers do not give rise tn an observable ESR signal.
After chemisorption has ceased, the residual g — 1.96 line intensity is
attributed to the central volume of a ZnO crystallite not included in the
space charge region. Further support for assigning the paramagnetic
center to conduction electrons is based on the absence of hyperfine
splitting when ZnO is doped with donors such as gallium and aluminum,
which possess nuclear moments.2
When the resonance has been attributed to an electron localized
on a donor level, the latter has been assigned not only to interstitial
zinc ions, Zni , but also to oxygen ion vacancies, l , 9 , 10 to an F center
where the electron is trapped at an oxygen vacancy, 7 and to halogen
donors. 4 The suggestion of the existence of more than one type of donor
site is supported by the complexity of the g — 1.96 line, which depends
upon pretreatment, doping, subsequent adsorption of gases, ultraviolet
irradiation, microwave power level, and +^mperature.214- e08-10
Studies of the temperature dependence of the ESR signal at g —
1.96 should provide useful information about the nature of the paramag-
netic center. However, past temperature studies on the g — 1.96 line
have not adequately accounted for all necessary factors. For example,
the temperature data of Schneider and Rauber l on a ZnO single crystal
were corrected by Muller and Schneider 3 by applying approximations for
the temperature dependence of magnetic susceptibility, microwave skin
depth, and ESR line width. The corrected results showed no temperature
dependence of spin intensity, and it was proposed that the electron was
simultaneously in the conduction band and a shallow donor band. In two
separate studies with powdered ZnO, it was reported that lowering the
temperature from 300 0
 to 770K increased the signal intensity by a factor
of about 4, but account was not taken of the temperature dependence of
99
I
rthe magnetic susceptibility  nor of ESR line width or ESR sensitivity
changes .2,15
The present paper attempts to reexamine the temperature depend-
ence of the ESR signal at g — 1.96 and to present other relevant data
on the electrical conductivity of ZnO powder samples as obtained from the
extended ESR technique.11
Theory
The ESR measurements provide three parameters, each of which is
related to the conduction electron density, n , , in the ZnO powder
samples. In this section we develop expressions by which the three
parameters can be used for estimati.l ig, nc as a function of temperature,
and later in the experimental section the data are tested according to
the theory.
In the extended ESR technique, three parameters were developed
for describing the change of the density of charge carriers, i.e., elec-
trons in powdered ZnO, as a result of surface reactions such as oxygen
chemisorption occurring at a constant temperature. These parameters are
(1) W 96 , the first moment of the g ^- 1.96 line, which is normalized for
changes in cavity Q and which can be calibrated in absolute spins; (2)
Icc , the do bias current of the microwave crystal detector; and (3)
(1/Ip), the reciprocal peak-peak intensity of a reference ESR signal.
In the present work, I  is the signal intensity of a pitch (carbon)
sample in the dual cavity accessory, and its value is used to normalize
the measured fa.r,st moment M 1.96 , i.e., M1	 = MI	/Ip.
For present purposes, we wish to develop the temperature depend-
ences of these parameters while assuming that chemisorption effects do
no. occur.
Temperature Dependence of M1
In the case of the first moment, Mi 96 is proportional to the
complex magnetic susceptibility, which in turn can be approximated by a
Curie law dependence,
E
X1.96 - Cnc T
100
(2)
fwhere C is a constant, n  is the number of paramagnetic electrons
assumed to be in the conduction band of ZnO, and T is the absolute temp-
erature.
For a semiconductor with a donor whose ionization energy with
respcit to the bottom of the conduction band is E D, the quant .,five
relationship of the temperature dependence of n c , the electron &3nsity
in the conduction band, and nD, the density o! unionized donors, is given
by 13
nc/nD = Nc Um(n)/m)3/2 D-1] exp (-ED/kT )	 (3)
where the term in brackets co.ltains constants (electronic mass m, den-
sity-of-states effective mass m (n) , and spin degeneracy of donor states
D) and for Zn0 is 0.18, 12 and N  is the effective density of states of
the conduction band and is temperature dependent according to
N =2 (2rrmkT/h2)
3/2
C
Combination of equations 3 and 4 with evaluation of some of the constants
gives
n2/nDT3 /2 = 8.7 x 1014 eXp (-ED/kT )	 (5)
In order to test this relationship, the term on the left side of the
equation can be evaluated by assuming that n  can be calculated from the
expression
ND = n  + n 	 (6)
and that ND , the donor density, is equal to n  at sufficiently high
temperatures where all donors are ionized, i.e., where n  = 0.
Temperature Dependence of AI cc and A(1/1p)
The parameters AI ccand p (1/Ip) depend upon the electrical con-
ductivity, a, of the Zn0 according to
a = e p n
c
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rwhere a is the electronic charge and p is the mobility of the electron.
It should be noted that the evaluation of n c by means of M1.96 is inde-
pendent of the electron mobility. The temperature dependence of p and
n
c 
can be approximated by the equations
w = AT 3/2 V	 (8)
ne = B exp (-ED/kT) ,	 (9)
where A and B are constants.
Differentiating equations 7 to 9 with respect to temperature
and combining leads to the approximation
In [T5/2 AT kT + ln( K LkT 2,)	 (10)
where the incremental function was substituted for the differential and
K = ABC. The value of ED can be evaluated graphically by plotting log-
arithm [T 1/2 6a/AT] against reciprocal temperature and assuming that the
last term on the right of equation 6 will be slowly varying except at
very low temperatures. The appropriate values of Aa/AT, i.e., Aacc/AT,
and Aa
P' 
SAT, are obtained graphically from the temperature dependences
of Icc and 1/Ip , respectively.
Experimental Details
Powdered ZnO was introduced as a 1.5-cm column into a quartz
tube 3 mm i.d. and evacuated at about 10 -5 torr. It was heated at 4250K
for 30 minutes, then heated at a higher temperature (cf below) for 30
minutes, and finally the tube was sealed off in vacuum. Three different
samples were employed: ZnO (New Jersey Zinc Co., S.P. 500) heated to
575°K; ZnO:In, doped with 6.8 x 10l7 CM-3 indium (New Jersey Zinc Co.),
heated to 575 0K; and a 1:9 mixture by weight of ZnO (S.P. 500) and ZrO,
(Research Organic/Inorganic Chemicals, 99.50) heated to 5250K.
The ESR measurements were made with a Varian V-4502 X-band spec-
trometer equipped with a 12-inch magnet, a Fieldial, a-' d a dual cavity
(TE1O4 ) operated from the microwave bridge in the lcw-power mode. The
ZnO sample was in. orted in the one cavity employing 10 5 Hz modulation at
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f2.50 Oe and containing a temperature-controlled dewar (Varian). Either
a sample of 0.1% pitch in KC1 (Varian) for measuring cavity sensitivity
(Ip) or a MgO:Mn sample for measuring g values was inserted in the other
cavity employing 400 Hz modulation. The procedure for normalizing the
first moments and obtaining absolute spin intensities; has been described
earlier.'3
Results and Discussion
The results anu treatment of data for the ZnO sample heated in
vacuum to 575 0K will be presented in detail, while for the otf.er two
samples only the calculated results will be presented.
The temperature dependences of the three parameters for ZnO are
shown in Fig. 1, where data were taken starting at the lowest tempera-
ture for each curve. The parameter l/I p is the reciprocal peak-peak
intensity of the 0.1% pitch sample, in the accessory cavity, which re-
mained essentially at room temperature. The parameter I cc is the sum-
mation of the incremental changes of the crystal current as measured
from the lowest temperature; these data were obtained in a separate ex-
periment. After the highest temperature measurement, the values at
room temperature were remeasured and were found to be reproduced to
within ±1%.
Some qualitative observations should be made at this point.
First, the three curves have similar shapes, each with a positive slope
and with a linear region at low temperatures, and a tendency to approach
a limiting value at high temperatures. Such behavior is consistent with
an increase in the electron density in the conduction band of an n-type
semiconductor and an ultimate limit resulting from complete ionization
of donors. Second, on the basis of the earlier discussion in which the
paramagnetic centers were assigned to electrons in the conduction band,
the A& 96T parameter should be related to the conduction electron den-1.
sity.
Similar effects were found with the ZnO - Zr0 2 sample that was
examined to determine whether a microwave skin effect occurred with ZnO.
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rThe ZrO2 was selected because it is a good insulator and can be easily
outgassed. The zinc oxide sample doped with indium, ZnO:In, was exam-
ined to determine the ionization energy of a doped sample; however, the
W1	
T parameter showed essentially no temperature dependence.
The data in Fig. 1 will now be treated quantitatively according
to the theory described above. The data derived from the g — 1.96 line
are plotted in two ways in Fig. 2. For one curve, only a Curie law
compensation is used (equation 2) and the logarithm of M il ^T is plotted
against reciprocal temperature. For the second curve, the population of
donor and conduction band states is explicitly introduced according to
equation 5 and the logarithm of ( n 2/nDT3/2 ) is plotted against reciprocal
temperature. For this curve the donor density, ND , was taken to be
2 x 10 16cm 3 based on an absolute spin density determination at room
temperature. In order to calculate n  and N D at various temperatures,
using equation 6, it was assumed at the highest temperature of the ex-
periment that n c = ND and that n  = 0. Because of this assumption, the
calculated points at the highest temperatures are subject to the greatest
error, and this consideration may account for the divergence of the re-
sults at the two highest temperatures in Fig. 2.
The .^-nor ionization energies calculated from the linear part
of the curves a.i, Fig. 2 are about equal, 0.011 eV with only the Curie
law correction and 0.016 eV with additional band model corrections. The
latter value is closer to the accepted value of the donor ionization
energy, and the close agreement obtained with only the Curie law cor-
rection probably results from compensating temperature-dependent effects.
The donor density used in the band model expressir,n does not affect the
slope of the line in Fig. 2, i.e., does not affect E D , but it does very
much affect the intercept, the theoretical value of which is 8.7 x 1014
cm-3
 according to equation 5. The experimental intercept of about
2 x 1014cm 3 is in satisfactory agreement with the theoretical value and
gives confidence in the choice of donor density and the application of
the theory.
The data on the electrical conductivity parameters, I
cc 
and
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l/Ip , treated according to the theory of equation 5, are shown in Fig. 3
by a plot of log (T 5 / 2 pQ/AT) against reciprocal temperature. For con-
venience the curves have been marked 
acc 
and a  to correspond to the
data from the conductivity parameters I cc and 1/Ip , respectively. The
required values of Aa/LT were obtained by graphical analysis of the
curves in Fig. 1 at the appropriate temperatures. Incidentally, the
fact that Aa/AT is constant at low temperatures, i.e., in Fig. 1 for the
Icc and l/I
P 
curves up to about 330 0K, suggests that in this temperature
range compensation occurs between the effects of the electron mobility
and of the electron density in the conduction band. The slopes of the
linear sections of the two curves in Fig. 3 lead to approximately the
same donor ionization energies, ED = 0.038 to 0.041 eV, which are in the
range of about 0.03 to 0.07 eV reported for a variety of ZnO single
crystals (Fig. 2, reference 12). The variations within this range and
the departure from the accepted value of E D = 0.051 eV for doped Zn0
crystals has been ascribed to variabilities of the donors in undoped
Zn0 and to stoichiometric excess zinc of some other form that is also a
donor. 12
 Some caution may also be necessary in extending the results of
single crystals to powders.
The ionization energies calculated from the curves in Figs. 2
and 3 are summarized in Table 1, along with the ionization energies ob-
tained from some of the parameters for the two other samples. The agree-
ment between the Zn0 and Zn0-Zr02 results in Table 1 indicates that skin
depth effects are not significant in the ZnO experiment.
For the zinc oxide sample doped with indium, ZnO:In, the values
of the donor ionization energies, 0.042 and 0.033 eV (Table 1), obtained
from the twc conductivity parameters l/I p	 ccand I , respectively, are in
satisfactory agreement and also are in substantial agreement with the
energy value 0.031 eV reported for single crystals of a similar doped
level. 16
 However, it is difficult to reconcile this expected behavior
with the absence of a temperature dependence of the Mi 96T parameter
(Table 1), especially if the three parameters depend only on conduction
electrons.
FIt may be significant that for all three samples lower donor
ionization energies were obtained from the M1 ^T parameter than from
the two electrical conductivity parameters. It is therefore tempting
to speculate that there is a common cause for the lower ionization ener-
gies obtained from the data on the g — 1.96 line. The temperature be-
havior of the g values and line widths may provide a hint of the cause.
In the case of ZnO, the g value increased from 1.9578 to 1.9600 and the
line width decreased from 5.6 to 4.5 Oe as the temperature was increased
from 95 0 to 550 0K. Fro the ZnO:In sample the g value was a minimum
of 1.9490 at 3000K and increased gradually to about 1.9500 at both 1000
and 475 0K, and tLe line width increased linearly from 3.0 to 7.0 Oe as
the temperature was increased from 100 0 to 5000K.
These variations in g value and line width can be interpreted
by postulating two types of donors. In the case of ZnO there is ample
evidence that the g ^ 1.96 line is composed of two lines, and our re-
sults 17
 with oxygen sorption show that the two components have g values
of 1.9564 and 1.9600, almost identical to those observed in this study
at low and high temperatures, respectively. In this study the line
width was too broad to observe the separate components. We `;ave tenta-
tively assigned these two resonances to excess zinc precipitated at de-
fects such as dislocations and to interstitial zin g , respectively. 17
The concept of excess precipitated zinc is supported by the present ob-
servation that the donor density in the ZnO determined by an absolute
spin measurement is larger by a factor of about 10 2
 than the solubility
of zinc in ZnO at 5750K reported 12 to be about 2 x 10 14Cm-3 . Therefore,
it appears that all donors contribute to the g — 1.96 lines. High donor
densities will cause formation of a donor band, which at a donor density
of 6 x 10 18Cm-3 will touch the bottom of the conduction band 12 and will
result in smaller ionization energies. Accordingly, it is tentatively
postulated that high local concentrations of excess zinc result in local
donor bands which tend to reduce the temperature dependence of the
g — 1.96 line.
Also in the case of ZnO:In, there is ERR evidence, a4though not
conclusive, of two types of donors which may result in a complex tempera-
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fture dependence of the resonance. For example, two types of donors
would be consistent with the combined observations that as temperature
is increased the g value passes through a minimum and the line width in-
creases substantially as if a single resonant center predominated at
low temperature and two centers existed at high temperatures. Note that
for ZnO an opposite temperature dependence of line width was observed.
Furthermore, the resonance center in ZnO:In is evidently not equivalent
to that in ZnO, based on the difference in their g values, 1.949 and
1.96, respectively.
In conclusion, extended ESR measurements have been applied to
measure donor ionization energy of zinc oxide samples in the powder
form, and the results support the assumptions developed in theoretical
models. The results thus provide at least qualitative support for as-
signing the g — 1.96 line predominantly to electrons in the conduction
band, except when high donor densities cause near-degeneracy of conduc-
tion and donor bands. This interpretation at high donor densities is
consistent with the suggestion that more than one type of zinc donor is
present. The electrical conductivity parameters, however, apparently
are not affected by the degeneracy effect.
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rTable 1
SUMMARY OF DONOR IONIZATION ENERGIES, ED(eV)(a)
n 2 ACT Aa
Sample
TM1.96 nTc 2
T5/2 
AT
T5/2	
ATD
Zn0 0.011 0.016 0.041 0.038
Zn0-Zr0 2 0.012 - 0.049 -
ZnO:ln Nil - 0.042 0.033
(a) For ZnO calculated from the curves in Figs. 2 and 3.
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fFIGURE CAPTIONS
Figure 1	 Temperature dependence of the ESR parameter NN1 ^T and
and the electrical conductivity parameters 1/I p and Icc
for ZnO. The Icc data were obtained in a separate
experiment.
Figure 2	 Plot of the functions log (n 2/nDT3/2 ) and log N1 ^T against
reciprocal temperature for ZnO.
Figure 2	 Plot of the function log (T 5/ 2AC/AT) against reciprocal
temperature for ZnO. The notations a  and Qcc refer to
the electrical corductivity parameters l/I p and Icc'
respectively.
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SECTION F
SELECTION OF ADDITIVES FOR MATERIALS OTHER THAN Za0
Studies of Zr0 2 and La 203 have been made to determine the pc;si-
tion of the bottom of the conduction band edge at the surface relative
to the standard rcdox potential series. As described in Interim Report
No. 2, and in Section A of this report, measurement of the conduction
band edge should permit prediction of chemical species worthy of test-
ing as recombination centers for a given pigment.
The problem has been to develop a suitable test. We have used
an electrochemical test that was satisfactory for zinc oxide. If elec-
trons can be injected into the conduction band of the oxide from a solu-
tion, we should measure an anodic current due to this electron injection.
In the case of zinc oxide, a single crystal electrode was used, and the
anodic current measurement was straightforward. In the case of ZrO21
thin anodic layers of Zr0 2
 on Zr were studied. It was assumed that if
these layers could be made thin enough, the injected electrons could
traverse the thin anodic film to the underlying Zr, the current could
then be measured, and the injection monitored. In the case of La2O3i
thermally grown oxide films on La were studied, but the measurements were
erratic because the film was not optimized. Some details of the ZrO2
system, which was given greater attention, are preserted below.
The ZrO 2
 film was grown overnight in an O.1M HNO3 electrolyte,
using a 3-volt source with a 1 meg series resistor. The samples were
dried by heating to about 100 0C in air, and the area to be used as an
electrode was defined by black wax. During the electrochemical test,
either a mercury or an agfteous solution was used. Stronger reducing
agents (e.g., Na metal) are soluble in the Hg, but a greater selection
of one-equivalent reducing agents is available in the aqueous solution.
Initial testing of the oxide film in aqueous solution or Hg
with a constant voltage source gave erratic results, showing frequent
11 breakdown" with the current no longer limited by the ZrO 2 film. This
f
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rcondition was avoided by use of a constant current source, usually the
order of 1 to 1000 na. The potential (with respect to a Pt elect-ode)
was then monitored and showed simple characteristics. With no ad'itive
present, the voltage rose rapidly (at any given current) at a rate ap-
parently associated with the charging of the capacitor (Zr/ZrO 2/solu-
tion). The voltage was limited to L.5 volts to prevent electrolytic
breakdown.
Different behavior was observed with certain additives present.
For example, with Hg as the solvent and sodium as the active reducing
agent, it •xr;: found that the potential (versus platinum) did not reach
1.5 volts, but saturated at a low value. With ZnO as the electrode,
the potential never deviated from zero independent of current, but with
Zr0 2
 as the electrode, the potential saturated at a few tenths of a
volt.
Figure 1 shows for Zr0 2 in Hg the steady state potential V (the
saturated" value) obtained as a function of the current used. Values
of V lower than 1.5 volts were obtained, as shown, with the additives
Na, In, and Ga. The molar concentrations are indicated.
The results for Zr02 and ZnO in Hg are interpreted as follows:
with the additives present, the electrochemical potential of electrons
in the Hg solution was raised above the conduction band edge of the
semiconductors. With ZnO, the additives .lead to electron injection, and
as no negative space charge could develop (no electron traps), the po-
tential went to zero. With Zr0 2 trapping of the injected electrons
occurs and a double layer forms causing a measured voltage. However,
current will be able to flow at a sufficiently high potential, as the
activation energy for current flow in this case is voltage sensitive.
Thus the potential across the double layer will rise until the current
flow equals the permitted current of the source, and the potential will
saturate.
It was thus concluded that all three of these reducing agents
inject into ZrO 2 . However, a detailed interpretation of the current-
voltage characteristics awaits further studies and may in any case be
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very complex.
As these results suggested that the conduction band edge may be
at a redox potential comparable to or below ZnO, the ZrO: was studied
with an aqueous electrolyte. The motivation was that the interpreta-
tion should be much simplified using the one-equivalent ions available
in aqueous solution. Erratic results were obtained, but the bulk of
evidence suggests that, contrary to expectations, there is no electron
injection into Zr0 2 by any species studied (CrII, FeII, SrIII, CeIII)
when added to the aqueous solution.
It is possible that further studies using the Hg system would
provide information interpretable in terms of the conduction band energy
of Zr0 2 and other pigments, but it appears that trapping effects will
complicate the approach, leading to irreproducibility and insensitivity.
Other approaches are available and appear preferable.
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